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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-33011.4 ( COMPLETE )

REFERENCE INFO: 0-63

SUBMITTED BY: J. BARRON

CLIENT: BROHM WINING CORP.

DATE PRINTED: 10-JAN-90

PROJECT: RB9-647
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIWIT EXTRACTION HETHOD
1 fu Gold 12 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS KUMBER
D DRILL CORE 12 2 -150 12 fAssay Prep 12
_KERARKS: Final resulfs are reporied.

REPORT COPIES TO: MR. JIN BARRON
FMR. JIM BARRON

INVOICE TO: MR. JIM BARROMN




Bondar-Clegg, Inc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 S,

BONDAR-CLEGG :

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

: JAN-90 }
REPORT: D83-33011.4 | . [ eeosEr: Res-eer 7 pac 1

N | —

T e m——

SAMPLE ELENENT  Au e b c0R8

HUMBER UNITS  OPT L A OVIVIM 1RO
1 Dhdind amgme——

D2 R89-647-0-5 0.003 \ e

D2 R89-647-5-10 0.003 -

D2 R89-647-10-15 0.003

D2 R89-647-15-25 0.018

D2 R89-647-25-30 0.015

D2 R89-647-30-35 0.015

D2 R89-647-35-40 0.010

D2 R83-647-40-45 0.005

D2 R89-647-45-50 0.013

D2 R89-647-50-55 0.015

D2 R89-647-55-60 0.003

D2 R89-647-60-63 0.013







Bondar-Clegg, lm. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80278 Lab Report
(303) 9894404 .~

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33012.4 ( COMPLETE ) j | REFERENCE INFO: 65-385
CLIENT: EBROHM WINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA89-647 DATE PRINTED: 10-JAN-90
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold b4 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 64 2 -150 b4 Assay Prep 64
Excessive Wetness 1587
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR, TN BARRON




Bondar-Clegg, Inc. .
12980 West Cedar Dr. he
Lakewood, Colorado 80248 b Report
(303) 9891404 =~ (;eUC l

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES ., ' \
TE PRINTED: 10-IAN-90

REPORT: D&9-33012.4 | | PROJECT: R89-647. ' . | | PAGE 1
i > kil - .

SARPLE ELEMENT Au SAMPLE ELEMENT TR €

NUMBER UNITS  OPT NUMBER (UNITSS | DRY.,

D2 R89-647-65-70 0.009 D2 R89-647-2652220 eemmrr Ot t—" :

D2 R89-647-70-75 0.025 D2 R89-647-270-275 , . 3[qu,_,.\ 1

D2 R89-647-75-80 0.020 D2 R&9-647-275°280 VTN, o7 104

D2 R89-647-80-85 0.022 D2 R89-647-280-285 . . DeldGam oo

D2 R89-647-85-90 0.014 D2 R89-647-285-290 0.008

D2 R89-647-90-95 0.012 D2 R89-647-290-295 0.007

D2 R89-647-95-100 0.014 D2 R89-647-295-300 0.024

D2 R89-647-100-105 0.007 D2 R83-647-300-305 0.026

D2 RB9-647-105-110 0.017 D2 R89-647-305-310 0.020

D2 R89-647-110-115 0.013 D2 RA9-647-310-315 0.093

D2 R89-647-115-120 0.006 D2 R89-647-315-320 0.005

D2 R89-647-120-125 0.003 D2 R89-647-320-325 0.079

D2 R89-647-125-130 0.004 D2 R89-647-325-330 0.027

D2 R89-647-130-135 0.005 D2 R89-647-330-335 0.010

D2 R89-647-135-140 0.003 D2 R89-647-335-340 0.006

D2 RB9-647-140-145 0.004 D2 RB9-647-340-345 0.002

D2 R89-647-145-150 0.002 D2 RB9-647-345-350 0.038

D2 R89-647-150-155 0.032 D2 R89-647-350-355 0.003

D2 R89-647-155-160 0.025 D2 RB9-647-355-360 0.003

D2 R8I-647-160-165 0.039 D2 RB3-647-360-365 (0.002

D2 R89-647-165-170 0.027 D2 R89-647-365-370 0.006

D2 R89-647-170-175 0.011 D2 R89-647-370-375 0.006

D2 RBI-647-175-180 0.003 D2 RB9-647-375-380 0.007

D2 R89-647-180-185 0.007 D2 R89-647-380-385 0.009

D2 R89-647-185-190 0.029

D2 R89-647-190-135 0.011

D2 R89-647-195-200 0.008

D2 RA9-647-200-205 0.012

D2 R89-647-205-210 0.025

D2 RA3-647-210-215 0.018

D2 R89-647-215-220 0.071

D2 R89-647-220-225 0.023

D2 R89-647-225-230 0.007

D2 RB9-647-230-235 0.014

D2 R89-647-235-240 0.017

D2 R89-647-240-245 0.017

D2 R89-647-245-250 0.023

D2 R89-647-250-255 0.006

D2 R89-647-255-260 0.011

D2 R89-647-260-265 0.006
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Bondar-Clegg, Inc. 1
12980 West Cedar Dr. Geochemical
Lakewood, Coloradc,80228 Lab l‘l?[)()ft
(303) 9891404 - - -

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33015.4 ( COMPLETE ) REFERENCE INFD: 385-700
CLIENT: BROHW WINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA9-647 DATE PRINTED: 12-JAN-90
B NUNBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 Au Gold 63 0.002 OPT Fire Assay
SAMPLE TYPES NUMEER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS MNUMBER
D DRILL CORE &3 g -150 63 fAssay Prep 63
Excessive Wetness 1776
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: WR. JIM BARRON INVOICE TO: HR. JIN BARRON

TR, JTHBARRON




Bondar-Clegg, Inc. G .
12980 West Cedar Dr. hemlcal
Lakewood, Coloradc«0228 Lab Rep()l't
(303) 989-146%

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 12-JAN-90

REPORT: D9-33015.4 | PROJECT: R83-647 PAGE 1
SAMPLE ELEMENT Au . SAMPLE _ELEHENT Au
NUNBER UNITS 0T NUMBER . UNITS  OPT
D2 R83-647-385-390 0.002 -~ D2 R89-647-585-590 0,035
D2 RA9-647-390-395 0.004 \ D2 RB9-647-590-535 0.008
D2 RA3-647-395-400 0.004 TR 00! 12 R8Y-647-595-600 0.008
D2 R89-647-400-405 0.004 | Nt | D2 RB3-647-600-603 0.012
D2 RB9-647-405-410 0.012 ! b e PR-RBG-647605-610 0,008
D2 R83I-647-410-415 0.042 b UV R D je9-647-610-615 0.033
D2 RA9-647-415-420 0.013 ks e DR RBI-647-615-620 0.041
D2 R89-647-420-425 0.007 D2 R89-647-620-625 0.088
D2 R89-647-425-430 0.006 D2 RB9-647-625-630 0,066
D2 R89-647-430-435 0,006 D2 R89-647-630-635 0.021
D2 RA9-647-435-440 0.015 D2 RBI-647-635-640 0.007
D2 RA9-647-440-445 0.011 D2 R89-647-640-645 0.028
D2 R89-647-445-450 0.018 D2 RB9-647-645-650 0.093
D2 R89-647-450-455 0.022 D2 R89-647-650-653 0.038
D2 RBI-647-455-460 0.039 D2 RBI-647-655-660 0.012
D2 RA9-647-460-465 0.031 D2 RBI-647-660-665 0.012
D2 R89-647-465-470 0.008 D2 R89-647-665-670 0.004
D2 RA9-647-470-475 0.008 D2 R83-647-670-675 0.008
D2 R89-647-475-480 0.015 D2 R89-647-675-680 0.016
D2 R89-647-480-485 0.070 D2 R83-647-£80-685 0.128
D2 RBI-647-485-430 0,006 D2 R89-647-685-690 0.024
D2 RB9-647-490-495 0.008 D2 R89-647-690-693 0.023
D2 R8I-647-435-500 0.009 D2 R89-647-635-700 0.039
D2 R89-647-500-505 0.004

D2 R89-647-505-510 0.004

D2 R89-647-510-515 0.003

D2 R89-647-515-520 0.036

D2 R89-647-520-525 0.022

D2 R8I-647-525-530 0.019

D2 R83-647-530-535 0.015

D2 RBI-647-535-540 0.011

D2 R83-647-540-545 0.021

D2 R89-647-545-550 0.034

D2 R89-647-550-555 0.038

D2 R89-647-555-560 0.040

D2 R89-647-560-563 0.027

D2 R89-647-565-570 0.022

D2 R89-647-570-575 0.029

D2 R89-647-575-580 0.051

D2 R89-647-580-585 0.015
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"TITLE 10~21~-80@ 10:89:09 D88-33011.4 J. BARRON 18/12/89"

"CLIENT BROHM MINING CORP.

"PROJECT RBO9~647 #SAMPLES 12 REFERENCE: ©0-65 ’700 70

"SPECIAL VALUES"

" I35 Insufficient Sample

" -9 No Value Recorded"

" Values above The upper limit are shown as

" Values below the lower limit are shown as

"DETERMINATIONS™

" . ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

‘81 Au F#& OPT 12 0.002 99.999
"SAMPLE PREPS"Y

" 40 SAMPLE TYPE=D " DRILL CORE

" 41 Pi7= 12 Afssay Prep
"REMARKS"Y

" 50 Final results are reported.

e % w W |

"FORMAT (A8,1X,AL,AL,1X,A20,1(1X,A7,A2))"
"BEGIN " "Type'" "Frac" "Sample ID" "

“3@lleve1" D" M2" V"RES~-647~0-5 "
"3116003" "D" M2" "RES~647-5~-10 "
“3a1leeedqn tpn M2t "RBY-647~10~15 B
"3glieaesy "Dt "2v "RES-647-15-25 "
"3@110006" vD" "2 Y"RB9~-647-25~30 "
“39110087 "DY "2 "RB9-647-30-35 "
“3gliesesn "Dy Y2t "RES-647~-35-40 h
"38110009" tpv M2t "RE9-647-40-45 B
"3elleeire” "pv "2t "REL-647-~-45-50 "
"3elie6rdn tpn o ov2" "RES-647-~-50-55 "
"Feileerzn tpv v2" "RES-647~55~60 "
"3p11ee13" DY "2" "R83-647~60-65 "
TENDM

+uplimt® ,
~Yolmt {(ie not detected)"”

COMMENTS"
Resullts Reported i

p‘ul!
2.003
®.203
@.003
2.218
®.01%
@.815
2.010
b.005
9.013
D.015
2.003
©.2913



4

"TITLE 10~01-90 106:11:32 D89-33012.4 J. BARRON
"CLIENT BROHM MINING CORP.
"PROJECT R89-647 #SAMPLES : 64 REFERENCE:

"SPECIAL VALUES"

" IS Insufficient Sample"
- -9 No Value Recorded"
Values below the lower limit are shown
"DETERMINATIONS"

Values above the upper limit are shown as

as

- ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

. @1 Au F A OPT 64 0.002 89.999
"SAMPLE PREPS"™

. 49 SAMPLE TYPE=D DRILL CORE

" 41 PL7= 61 Assay Prep

- 12 P64=1587 Excessive Weltness

" 43 P23= 1 Sample Pickup
"REMARKS"

" 5@ Final results are reported.
ok & & 11

"FORMAT (A8,1X,Al,A81,1X,A20,1(1X,A7,A1))
"BEGIN " "Type" "Frac'" "Sample ID"
“391z2e60601" "D "2" "RES~647-65-70
"3p120002" "D" "2" "R89-647-70-75
"3plz20604" "D" M2" "RB88-647-75-80
"3vLz20005" "D" "2" "R89-647-88-85
"3el12eee6" "D" "2" "RES-647~-85~90
"30120007" "D" "2" "RB9-~-647-960-95
"3l1zeees" "D "2" Y"R8B9-647-95~-100
"301z20009" "Dt "2V V"R8Y~-647-100-105
"3@1zZeewl1e" "D "2" "RBS-647-1056~110
"3p126011" "D" "2" "R8S-647-110-115
"3e1z2ee12" "p" "2" "REY-647-1156~120
"30120013" "O" "2" "“"R89~647~-120~-125
"3plzeeian "Dt "2" "R8Y-647-126-130
"30120015" "p" "2" "R89~647-130-135
"3elzeele" "D" "2" "R89-647-135-140
"30120017" "D "2" “"RB89-647--140-145
"30120018" “p" "2% "RBA-647-145~-150
"30120018" "D" "2" "R89-647-150-1565
"3p12002e" "p" "2" "RE9-647-155-160
"3g1206021" "D "2" "RB9~647-160-165
"3e1zeez2" "D "2 VYRB8-647-165-170
"3prz2eez23r vpt "2" V"RB9-647-1/7/0-175
"3120024" D" 2" "RBV-647~-175-~180
"3przeezst o vnpt "2t "R8Y-647-180-185
"30120026" "D" "2" "R89-647-185-190
"301206027" "pv 12" YRBQ~-647-190~195
“3plzeezg" vpt M"Y "RE9-647-195-200
"3grzenzer "p" 2" YRBI9-647/-200~-205
"3p120031" "p" o2t "R8V-647-205-210
"39p120032" "pv v2" "RB8Y-647-210-215
"301208633" "pD" “2" Y“R89-647~-215~220
"3przeasar "pnont "R39-647-220~-225
"30120035" "D "2" VYRBY-647-225~230
"391L20036" D" v2" "RB9-647-230-235
"3Ql2ee37" D" "2" "R89-647-235-240
"301L20638" "D" "2" Y"RBI9-647-240-245
"39120@39" vp"t "2" VRBY-647-245-250
"3pl20040" D" "2" "RBY-647-250-255
“Iglzoe41r DM M2Y "RBY-647-256-260
"3pl20042" "D "2" "RB9-647-260~265
“3glzee4s" "D "2" VYRBO-6A47-265-270
301260044 "D "2" "REY-647-270-275
H3IA1200465" v - uon RQQ A7 -278-200R

21/12/89"

65-385 ///1/70 :

+uplimt"
~lolmt

(ie not detected)"

COMMENTS"
Results Reported -

E IS RS S S R S I IR S SRS S SR R R T o R I I R IS R < R O B R I R R T




"301200486"
"3glLzee47"
"3p1Lz20048"
"30120049"
"3n1206850"
"30120051"
"3e1z20052"
"3pi120054"
"30120855"
"30120056"
"30120057"
"301200568"
"301L20059"
"3v120860"
"3pl1L2e0el"
"30L20062"
"30120663"
"3p120064"
"30120065"
"3I0120060"
"30120067"
WENDH

HIJII
H[']ll
|I[)ll
H[)ll
I|DII
|IDII
ll() "
II[]II
Ill'J "
|ll’]ll
] U "
II[:]II
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IIDII
I|[] "
III'JH
Il[] "
III)II
Il[]ll
HI:JII

Hon
IRsR1
2
"non
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wen
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neon
£
"o
“
tnen
TS RT
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"RB9-647-310~-315
"R89-647-3156~320
"RB9~-647-320~-325
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"RB89~647-330~-3

"R89-647~-335~-340
"R89~647-340-345
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"TITLE 12-01~90@ 15:
"CLIENT BROHM MININ
"PROJECT RB9-647
"SPECIAL WALUES"
" IS Insufficient

4 -9 No Value Reco
" VYalues above the
" Values below the

"DETERMINATIONS"

& ELNAME METHO
- nl Au F A
"SAMPLE PREPS"

N 49 SAMPLE TYPE=D

" 41 P17= 63

N 42 P64=1776

& 43 P23= &
"REMARKS"

. He Final results
e o A& W1l

TFORMAT (A8,1X,AL,A
"BEGIN " "Type!
"3@ls@ee1 "ov
"3olbeeez" "Ov
"3eiseees "po
"3g150004" DY
"30150005" "DV
"3elrs0e07" "DV
"3@1s@me8" "D
"3@1500B9" "D"
"3gloseelem "D
"3@lsee11" "pn
"3g1bee1z" "nn
"IQLBR¢L3" M“p©
"3plL50014" D"
"39158815" D"
"IP158016" "DV
"3plbe017" "DV
“"36150018" "D"
"3915@019" "n"
"3@150020" "D"
"30150821" "D"
“3@l150022" "pv
"30150023" "D"
"3el1seez4a" "DV
"3015@e25" D"
"3plseezer "D
"3e1sae27" "DV
“3Ql1see28" *pv
"Ioibeeze" "no
"3olbeese" oo
"3@150e32" "Ov
“lwlsaeazat QRN
39150934 "D
"Iplrseazst "pn
"3p150836" "D
"FplLbeesy tnv
"3Fprseeszs" "pvo w2
"3@15039" "D" U2
"Iplseeant "ov ovz2v
"“Imi1be6421" D"
"3prs5vv4z2" "Don2!
"3g150043" "D' "2
"3nl150044" "pn o nz2n
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"Frac" "S

11:47 D89-33015.4 J.
G CORP.
#SAMPLES @

Sample"
rded"

upper limit are shown as
lower limit are shown as

ECO UNT #SAM LOLMT UPLIMT

oPT 63 ©.002 89.999
DRILL CORE
Assay Prep

Excessive Wetness

Sample Pickup
are reported.
1,lX,A20,1(1LX,A7,A1))"

“"Sample LD" -
"R89-647~385~390 "
"RBY-647-390~395 -
"RE8Y-647-385-400 .
"RBI-6A47 400405 i
"RBG-647~-405~410 i
"RB9-647~410-415 .
"REY-647-415-420 -
"RBO-647-420-425%5 ., M
"RB89-647~-425-430 .
"RBY9--647~430-435 -
"RBI~647-435~-440 i
"RBY-647-440-445 "
"REY-647-445-450 .
"RBY~647-450-455 i
”R89w647j455w46@ 1
"RBG~647-460-465 N
"RBO-647-465-470 -
"RB9-647-470~475 "
"RB89-647-475-480 -
"RB8Y-647-480-485 -
"RBY-647-485~-490 u
"RBY9--647-480-495 -
"RB89-647-485-500 -
"RB9-~647-500~-505 -
"RB9~-647-505~-510 -
"RB9-647-510-5156 H
"RBY-~647-515-520 "
"RB89~-647~520~525 "
"RBY~-647~525-530 .
"RBY-647~530~536 &
"R89~-647~535~54@ "
"RBY-647~-540~545 i
"RBO-647~-H545~558 -
"RBY9-647~550~555 Y
"R89~647~555~560 N
"R89-647-560-565 it
"RBY-647-565-570 L
"RB89-647~570~575 N
"RB9~-647-575~-580 "
"RBY-647-580-585 "
"R89-647~585~590 .
"RB9~647-590-595 -

1S ™ M o~ ey ~ P 1"

BARRON
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21/12/89"
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"30150046"
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"30150049"
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"RBO~B647 ~620~
"RE8QY-647~625-

"RBY-647-630

"R89~647-635~

"RBY~647-640
"RBG-647~-645
"RBY 647650

"REBI~647-605-
"RB8G-647 600~

"RBS~6E47~-665
"RB89-647~670
"RBY-647-675
"RBO-647-680
"REWG-647~685

"RBY-047 090
"REG-047-095-

R
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~65@
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B.012
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.
BONDAR-CLEGG

130 Pemberton Ave.

K

North Vancouver, B.C.

V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM  was. reporT nol 2= 2201

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Assay (% ore grade) 0

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road

Whitehorse, Yukon Territory

Y1A 2V1
(403) 667-6523

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

No. of Sample Numbers
Type of Samples Samples (Series) B ‘Elements to be Analyzed Remarks
.‘Y}V i‘ N A 4 " il :"v\r»v«"/\“‘] ~ '/ s 4 ﬂ _F
| N ANV N { e, +
,( :,4’ & ;,'T\ 4 7 / T‘ /
7‘1 s L= e
/ (D) =)
/ = N / '\;_
i
) b /o
y 7 ¢ 4 $'s Prepaid [J
Total No. Samples Date Shipped A e = s — Colrect 0

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

REJECTS
(COARSE OVERSIZE)

PLEASE CHECK .- BELOW

Free storage for 60 days and then discarded unless

marked below.

Store to January at a cost of $10/box
(approx. 1 cu. ft.

7/f !A’j/'(,/k/

(You will then be contacted)

Samples submitted by

/
./

PULPS

Free storage until year end and then discarded unless

marked below.

Return immediately O

Return collect after 60 days

) =]

Return collect immediately O

Return collect at year end O

Results and Invoices To Be Sent To

7

[J] Results

41' A A " ,
IXU7]

[J Invoice

Shipment number

(for payment)

[J Results

Client project number

[J Invoice

(copy)

Purchase order number b

o Résults

[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy

A
Z 12



B
BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431

243 Catlin St.
Missoula, Montana 59801

c/o Lerch Brothers
4th Ave. W. at Grant St.

V7P 2R5 (702) 359-9330
or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

(303) 989-1404

Please analyze by

Comments

12980 West Cedar Dr.
Lakewood, Colorado 80228

Assay (% ore grade) [

(406) 721-4452 Hibbing, Minn. 55746

(218) 262-5003

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

136 Industrial Road

Y1A 2V1
(403) 667-6523

Whitehorse, Yukon Territory

~7(Y 1277 f y, r"
l e - 7Y )/ ? [
/ A i ]

LAB. REPORT NO..L N (£

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

Type of Samplg)s Sr:r?w'ploefes Sam;zéeerhil:gbers Elemep‘t‘s to be Analyzed Remarks
/4 ' AC) T s A7
A P % i W { ;*x’f {7 s o
Sl —_ /’:\/‘»:
L bl T
22/ D
D (5
S8
) s 3 A e
- | ) X Prepaid [
Total No. Samples Date Shipped L [ ! % i\ C:>l|peclt 0

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

REJECTS
(COARSE OVERSIZE)

PLEASE CHECK .~ BELOW
PULPS

Free storage until year end and then discarded unless

marked below.

Free storage for 60 days and then discarded unless
marked below.

s ; Return collect immediatel O
Return immediately O sum coljact immediaialy
O
Return collect after 60 days O Fletum collect at yeer end
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft) =
) x ) 2 - B O] Results
g | ~ L /
: / 7 ) :"w;'/, A Y & [ .‘7 v 4 [J Invoice
Samples submitted by L S VI NG g / (for payment)
Shipment number [0 Results
O Invoice
(copy)
Client project number
[0 Results
[J Invoice
Purchase order number (copy)
Printed in Canada White - Send with Samples Yellow - Client Copy
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b dad
Ec SUBMITTAL FORM 4B ReroRT No.LF - 001

BONDAR-CLEGG

130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. clo Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 (403) 667-6523

Fax (604) 985-1071
Telex 04-352667

Please analyze by Assay (% ore grade) [ Geochemical (ppm, trace level) []

Comments

Type of Samples S’:r%p?és Samr()lszrf\iléxsr?bers Elements to be Analyzed Remarks
lz g X% “ \
X
X Prepaid [
Total No. Samples Date Shipped Crcflreclt O
No. Parcels in Shipment Date Rec’d at Bondar-Clegg

PLEASE CHECK . BELOW

REJECTS PULPS

(COARSE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless Alias belew.

marked below.

Return immediately O Return collect immediately O
O
Return collect after 60 days (&) ARIEFECSEL Sty cy <ne
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (@pprox. 1cu. ft) O
[J Results
J Invoice
Samples submitted by ! (for payment)
Shipment number [J Results
J Invoice
(copy)
Client project number
: [J Results
[J Invoice
Purchase order number (copy)
Printed in Canada White - Send with Samples Yellow - Client Copy
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, Wole Size Bearing___"—__Inchnation__— 77 ° Date Started__ /A Z/TT onoorly( JE f(// C/é)/UC/{_/" // 78
Collar Tlev. 5525 “Final Deoth____ 428" Date Completed.Z Z/ /%/ g7 ot Surveyed _ “A/A A
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DRAL CUYTM L”
Logged by: -

3 "Contncmv Coordim!o‘ Project - Hole No./g7" 644
Oritt Type Casing Depth State , Sheet_Z of =
Hole Size Bearing Inclination Date Started Propoeriy
Collar Elev. Final Deoth : Date Completed Hole Surveyed
. GRAPH\C LOGS otamnon GEOLOGIC NOTES
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§ s 1 ] ] § ;‘ S - E: _E_ E ROCK TYPE VINERALOBY, ALTRRATION, TRETURES, W“ ——.tes et ASSAY
ey 3 g s § i y © ORAN SIZE, PAAGMENT 8i2€ v::u:.a..a::..:.: ' Ae | Ae
T 136 |2)75-130 Cdb
L 14 T
| \ I
l | ‘ i
| { | | ] 178-2 _ ,
L Ll | (225267 Cr94 ) praNee~-broun)
% \ FA /57/4//\1/'/17 .
LR ‘\
\‘ 720-2%5] ’
) \
|
| T 17
‘ \
| ' \
! | ~ . . 2
Lz |eo]] Z7P ~ 300 7 pAchulr [brRAvry ?éé"Z%’l/- 27% a0 aia.
| R \Z70-2174 7 ., ermnsh- diny _ adl G kil s . Ex_un/T / v e,
W | Nrhe fibd T RhepinE. 7 L7
LA \ / v
i II il \ |
T 7-/6 | LIpre-s0 , (ET=20) 2200 comroe o A
W 40 ' Cda, S’E =72 / A ;V Sl Ty JiAriz Te. c’//)ﬁ/c pwrite /et
T | l | v c/f)/u Cream, arcraysh-anay ~ (o= 430) A //5 Wn/e
TR A=/ 11 | :B’ i . oderalily fradaded! %
1L ‘H R V)% [ W Le0x Alosvea Lpdets. Jipres
R I | [[3z0-32¢] Cab o 743 Srdac., ,
| S75— //‘/6 Cdarle Tl DCﬁ/sh —
4 Llnek, dense wf races ReE,
. Chrot & /4’70(/ /o Three J/ Jeschonh ”
| ~40-3¢60) / /
| 'Bes-350| N ’




———— -

‘Contractor
AN

Coordinates

DRRL CUTTING LOD
Logged By

Project — Hole No.ﬁZi %f'«fyg
v:'b"vll_l"Tyoo Casing Depth State Shoo!_a_.o'__‘-.g__.
~' Hole Size Bearing : inclination Date Started Propertly
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. GRAPHIC LOG oeareon GEQLOGIC NOTES
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"TITLE 15-01-9® ©89:26:02 DB89-33013.
"CLIENT BROHM MINING CORP.

4 J.

49 REFERENCE:

shown
shown

Kup

5]
a

BARRON

S
8

49 2.002 99.999

"PROJECT R89-648 #SAMPLES::
"SPECIAL VALUES"

" IS Insufficient Sample"

" ~-9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
Y D1 Au Fa OPT

"SAMPLE PREPS"

" A9 SAMPLE TYPE=D DRILL CORE
" 41 P17= A9 Assay Prep
o 42 P23= 1 Sample Pic
"REMARKS"

i 50 Final results are

0o % X K i

reported.

"FORMAT (A8,1X,A1,AL1,1X,A20,1(1X,A7,A0))"

"BEGIN "
"30130001"
"30130002"
"30130003"
"30130005"
"30130006"
"3013006067"
"30130008"
"30130009"
"3vlze0le"
"30130021"
"Ie13e012"
"3elsee1s"
"Ielzeelra”
"30130015"
"3p130016"
"39130017"
"30130018"
"39130019"
"3@130020"
"30130021"
"301306022"
"30130023"
39130024
"30130025"
"30130026"
"30130027"
"30130028"
"3@138030"
"30130031"
"39130032"
"30130033"
"39130034"
"39130035"
"3pl30036"
"Ielzees7"
"39130038"
"30130039"
"39130040"
"3pl130041"
"30130042"
"30130043"
"39130044"
"3e130045"
"391306046"

ll'rypell

" D "
" 0 "
" [) "
t D L
" D )
" D i
Wy 8
" D "
" [J "
L] D "
" D '
" D "
" D "
" D "
" L] "
" D "
" D "
" D "
" D "
" D "
" D "
] D 1
" (’] "
n 0 "
" D "
" [) "
" [) "
" D n
" D "
|IDII
" D "
" [] "
" D "
" D 1"
" [] "
" D "
n D "
" [‘J "
" D ]
) D H
" D "
" D i
" D "
" D "

WFrac" "Sample ITDM
2" "R89-648-0-5

"2" "RB89-648-5-10
nat "RB9-648—~10-15
"2v "RB89-648-15-20
"zr "RB9-648-20-25
"2'" "R89-648-25~-30
""" "R89-648~-30~35
"2t "RBY9~648-~35~40
"2Y "RBO9-648-40-45
"2" "RB9-648-45~-50
"2" "R89-648~-50~-55
"2 "RB9-648-55-60
"2 "RE9-648~-60-65
"2" "RB9-648~65-70
"2 MREB9-648-70-75
"2" "RB9-648-75-80
"2 "RB9-648-80-85
"z2" "RB88~648~-85-90
"2 "RB9-648-90-95
"M "RB89-648-95-100
"2" "REG-648-100-105
2" "R89-648-105~-110
h2" "R89-648-110-115
""" "RB9-648-115-1240
"2" "RB9-648-120-125
2" "RB89-648~-125-130
"2" "RB9-648-130-135
"2 "RB9-648-135-140
"2" "RB9-648-140-145
"2" "R89~648-145-150
"2Y "R89-648~150-155
2" "R89-648-155-160
2" "RB9-648~160-~165
nZt YRB8-64 8~ 1685~1.79
"zt "R89-648~-170-175
2" "RB89~-648-1765~180
npn "RBY-648~180-185
N2" "RBY-648-185-190
"2" "RBY-648-190-195
n2" "RB9-648-195-200
naon "RBYG-—-648~-200-~-205
"2" "R89-648-205-210
npn NRBY-648-210-215
o NRBY-648-215-220

18/12/89"

@245 £
9”!7/70

not detected)”

+uplimt"
~lolmt (ie
COMMENTS"

Results Reported "

LS o R TN IS B S S I S R I T T T S s T i < S IS T R S R S R o T R S IO S - N

Au'

.012
011
.003
.010
L0172
004
.04
L007
009
009
020
LU
008
.002
.04
.008
007
.004
.002
.004
.003
.003
.ae7
011

.013
013
.018
.01L5
.021
.013
.923
L0006
. 938
.014
006
006
.008
L0609
.009
.019
0.%10
0.011
Q.007

030"

1ys—170
)5/@ 02~



"30130047" vDV
"Zglszeeast “pv
"30130049" "D"
"3p130050" D"
“3013005%1" "DV
"ENDM

ll2l|
II2!|
IIZH
Il2ll
IIZII

"RE9G~-648-220~-225
"RB9~5648-225~230
"R89~648~230~235
"RB8Y-548-236-240
"RB89~G48~-240-245

S SsS®

063
LO3BT
.009
004
.06



"TITLE 16~01~90 15:00:00 DB89~33016.4 J. BARRON

"CLIENT BROHM MINING CORP. o
"PROJECT R89~648 #SAMPLES:: 44 REFERENCE: 245-465
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt
"DETERMINATIONS"

i ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

(ie not

" 21 Au FA OPT 44 0.002 99.999 Results Reported
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE i

" 41 P17= 44 Assay Prep "

Excessive Wetness L
Sample Pickup b

" 42 P64=1278
" 43 P23= 1

28/12/89"

,/17/'\70

detected)"

"REMARKS"

i 50 Final results are reported. "

E & & & &l

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample Ip" n Au

"30160001" "D" "2" "R89-648-245-250 N 0.003

"391l60002" "D" "2" "R89-648~-250~-255 “ 0.027 2~;<:> — e
"30160003" "D" "2" "R89-648-255-260 " 0.214 ~ |
"30160004" "D" "2" "R89-~648-260~-265 - 0.021 ’7‘> '62. ’;)|()
"30160005" "D" "2" "RB89-648-265-270 " 0.007

"301l00006" "D" "2" "R89-648~270~275 " 0.018

"39160008" "D" "2" "R89-648-275-280 o 9.061

"30160009" "D" "2" "RB89-648-280-28%5 L 2.013

30160010 "D" "2" "R89-648-285-290 uw 0.027

"30160011" "D" "2" "R89-648-290-295 u 9.048

"30160012" "D" "2" "R89-648-295-300 i 0.762%

"39160013" "p" "2" "R89-648-300-305 L 2.012%

"30160014" "D" "2" "R89-648-305-310 L 0.062

"30160015" "D" "2" "R89-648-310~-31%5 u B.032

"39160016" "D" "2" "R89-648-315-320 i 0.0006

"36160017" "pD" "2" "R89-648-320-325 i Q.OQAJ

"39160018" "D" "2" "RB8Y-648-325-330 L 0.006

"3p160019" "D" "2" "RB89-648-330~335 s .011

"30160020" "D" "2" "R89~-648~335-340 " 0.009

"3p160021" "D" "2" "R89-~648~340~-345 " ®.015 [
"30160022" "D" "2" "R89~648-~345-350 i} 0.022 - | O
"30160023" "p" "2" '"RB9-648~350-355 0 0.072 gt.{g 55 @ OL/7
"30160024" "D" "2" "R89-648-355-360 8 0.004

"30160025" "D" "2" "R89-648~-360~365 " 0.010

"391600626" "D" "2" "R89-648-365~370 " 0.007

"39160027" "D "2" "RB8YS-~648-370-375 " ©.004

"301l60028" "D" "2" "R89~-648-375~380 L -0.902

"30160029" "D" "2" "R89-~648-380-385 " 0.004

"30160030" "D" "2" "R89-648-385-390 L 0.006

"30160031" "D" "2" "R89-648-390-395 L -9.002

"301600633" "D" "2" "R89-648~395-400 b 0.005

"39160034" "D" "2" "R89-648-400-405 " @.005

"30160035" "D" "2" "R89-648-405-410 i -0.002 |
"30160036" "D" "2" "R89-648-410-415 " 0.9253 L(lD —\20 10 69.492_5
"3p160037" "D'" "2" “"R89-648-415-420 " 0.020

"3p1600638" "p" "2" "R89-648-420~-425 d @.007

"39160039" "D" "2" "R89~-648-425-430 L 0.008

"3pl160040" "D" "2" "R89-648-430~-435 " .005

"39160041" "D'" "2" "R89-648-435-440 i 0.002

"39160042" "D" "2" "R89-648-440-445 1) 0.002

"39160043" "D" "2" "R89-648-445-450 " 0.002

"30160044" "D" "2" "R89-648~450~455 " 0.002

n"AR160045" vwpt non 1pPRQ.FA8~-455-460 " - 0P



"30160046" "DV "2'" "RBI9-648-460-465 " -9.002
IIENDH ”



SUBMITTAL FORM  wss. report o D37-370 |54

B
[ o5
BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

or
P.O. Box 8059

Blaine, WA. 98230
Phone (604) 985-0681

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Geochemical (ppm, trace level) [J

Please analyze by Assay (% ore grade) [J

Comments

Type of Sémples S:r%p(l)és Sam;(alseerl\ileleTbers Elements to be Analyzed Remarks
{ . ;’ o 4 (| g /. - 4 ,\‘ A7 A
X 4 e, o
i th
Total No. Samples Date Shipped [ ) ] X | (F;:)ellpeacl:j EE

No. Parcels in Shipment Date Rec'd at Bondar-Clegg

PLEASE CHECK .- BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below. s immckateiy 0 Return collect immediately O
Rkl Golleey after B0 dags 0 Return collect at year end ()
Store to January at a cost of $10/box
e will hienbs contacisd) (approx. 1 cu. ft.) 0O Results and Invoices To Be Sent To
= ‘ [J Results
D K / 10 / O Invoice

Samples submitted by Sl ] o (for payment)

[J Results

J Invoice
(copy)

Shipment number

Client project number

[J Results

[J Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada




NQG . 2244
Bc SUBMITTAL FORM  LAB.REPORT NO. X T 50065

BONDAR-CLEGG

130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. cl/o Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 (403) 667-6523

Fax (604) 985-1071
Telex 04-352667

Please analyze by Assay (% ore grade) [J Geochemical (ppm, trace level) [J

Comments

Type of Samples S:r%p(l);s Sam;(alseerr\il:sr?bers Elements to be Analyzed Remarks
: .\, <3 4 p b
. / T s 4 P id O
Total No. Samples Date Shipped [~ [/ s Croelrea::'t O
No. Parcels in Shipment Date Rec'd at Bondar-Clegh '
PLEASE CHECK .- BELOW
REJECTS PULPS
(COARSE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless meried below,

marked below. S — 0 Return collect immediately =)
Return collect after 60 days O BB GoleEt W yharand =
Store to January at a cost of $10/box
il Pt carastiel (@approx. 1 cu. ft.) O Results and Invoices To Be Sent To
0 Results
v J [J Invoice

Samples submitted by (for payment)

[J Results

[J Invoice
(copy)

Shipment number

Client project number

[J Results

[ Invoice
(copy)

Purchase order number
Printed in Canada White - Send with Samples Yellow - Client Copy




Bondar-Clegg, Inc. G A
12980 West Cedar Dr. hemlcal
Lakewood, Coloradg 80228 ~ Lab Report

(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
‘7 REPORT: D89-33016.4 ( COMPLETE ) ‘ REFERENCE INFO: 245-465
CLIENT: BROHM NINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA9-648 DATE PRINTED: 16-JAN-30
NUMBER OF LOWER
ORDER ELEHENT AMALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 A Gold 44 0.002 OPT Fire Assay
SARPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 44 2 -150 44 fAssay Prep 44
Excessive Wetness 1278
Sample Pickup 1
REMARKS: Final results are reported.
REPORT COPIES TO: WR. JIM BARRON INVOICE TO: WR. JIM BARRON

MR, JIM BARRON




-
Bondar-Clegg, Inc. 1510 :
12980Wes:eggedar Dr. TR N Geochemical
Lakewood, Colorado 80226 iR P \J Lab Report
(303) 9894404 ° i U 4!
1 .
. D1 €
| \\~MION OF INCHc}\;PE INS%ECTION & TESTING SERVICES
L L . DATE PRINTED: 16-JAN-90
REPORT: D83-33016.4 o - [[PROJECT: R89-648 PAGE 1
( 3 -~ tATNA NS
SAMPLE ELEHENT Au L_‘h o . SANPLE ELEMENT Au
NUMBER UNITS 0PT NUMBER UNITS OPT
D2 R89-648-245-250 0.003 D2 R89-648-445-450 0.002
D2 R89-648-250-255 0.027 D2 R89I-648-450-455 0.002
D2 R89-648-255-260 0.014 D2 RB9-648-455-460 (0.002
D2 R83I-648-260-265 0.021 D2 RB9-648-460-465 {0.002
D2 R89-648-265-270 0.007
D2 R89-648-270-273 0.018
D2 R89-648-275-280 0.061
D2 R89-648-280-285 0.013
D2 RB9I-648-285-290 0.027
D2 R89-648-230-295 0.048
D2 R89-648-295-300 0.762
D2 R89-648-300-305 2.012
D2 R89-648-305-310 0.062
D2 R89-648-310-315 0.032
D2 R89-648-315-320 0.006
D2 R89-648-320-325 0.044
D2 R89-648-325-330 0.006
D2 R89-648-330-335 0.011
D2 R89-648-335-340 0.009
D2 R89-648-340-345 0.015
D2 R89-648-345-350 0.022
D2 R89-648-350-355 0.072
D2 R89-648-355-360 0.004
D2 R89-648-360-365 0.010
D2 R89-648-365-370 0.007
D2 R89-648-370-375 0.004
D2. R89-648-375-380 {0,002
D2 R89-648-380-385 0. 004
D2 R89-648-385-390 0.006
D2 R89-648-390-395 {0.002
D2 R89-648-395-400 0.005
D2 R89-648-400-405 0.005
D2 R89-648-405-410 {0.002
D2 R89-648-410-415 0.026
D2 R89-648-415-420 0.020
D2 R89-648-420-425 0.007
D2 R89-648-425-430 0.008
D2 R89-648-430-435 0.005
D2 RB9-648-435-440 0.002
D2 R89I-648-440-445 0.002




!
1

[%E@EI]WE

' JAN 191990

)

BROHM MINING CO.




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989404~

. BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

[7 REPORT: D83-33013.4 ( COMPLETE ) | REFERENCE INFO: 0-2435
CLIENT: EROHM MINING CORP. SUBMITTED BY: J. BARROM
PROJECT: R83-648 DATE PRINTED: 15-JAN-30
NURBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION HETHOD
I Au Gold 49 0.002 OPT Fire fssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NURBER SAMPLE PREPARATIONS MUMBER
D DRILL CORE 43 2 -150 49 fAissay Prep 49
Sample Pickup 1
REPORT COPIES TO: MR. JIM BARRON INVDICE TO: MR. JIM BARRON

MR. JIM BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 9891404

- BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TE_PRINTED: 15-JAN-90
REPORT: D83-33013.4 . [_ggoJec1=,n§9-e4a PAGE 1
P ) i 1

SAMPLE ELEMENT  fu SAMPLE - | BLEWEN Au
HUMBER UNITS  OPT T WURBER _UNITS 0T
D2 RE9-648-0-5 0.012 U D2 Re9-e46-200-205 | 0.019
D2 REI-E48-5-10 0.011 b N | D2 R83-648-205-210 0.010
D2 R89-648-10-15 0.003 . T e RB9-64B-210-215 0.011
D2 R83-648-15-20 0.010 L 0D VRIS 0.007
D2 R89-648-20-25 0.012 \ D REI-64B-220-225  0.003
D2 R89-648-25-30 0.004 D2 R89-648-225-230 0.038
D2 R89-648-30-35 0.004 D R89-648-230-235 0.009
D2 R89-648-35-40 0.007 D2 R89-648-235-240 0.004
D2 R89-648-40-45 0.009 D2 R89-64B-240-245 0.006
D2 R83-648-45-50 0.009

D2 R89-648-50-55 0.020

D2 R83-648-55-60 0.007

D2 R89-648-60-65 0.008

D2 R89-648-65-70 0.002

D2 R8G-648-70-75 0.004

D2 R89-648-75-80 0.008

D R89-648-80-85 0.007

D2 R89-648-85-90 0.004

D2 R89-648-90-95 0.002

D2 R89-648-95-100 0.004

D2 REI-648-100-105 0.003

D2 R89-648-105-110 0.003

D2 RE3-648-110-115 0.007

D2 R83-648-115-120 0.011

D2 RE3-648-120-125 0.030

D2 R83-648-125-130 0.013

D2 RE9-648-130-135 0.013

D2 R89-648-135-140 0.018

D2 RE9-646-140-145 0.015

D2 R83-648-145-150 0.021

D2 R89-648-150-155 0.013

D2 R89-648-155-160 0.023

D2 REG-648-160-165 0.006

D2 R89-648-165-170 0.038

D2 R89-648-170-175 0.014

D2 R83-648-175-180° 0.006

D2 R89-648-160-165 0.006

D2 R89-648-185-130 0.008

D2 R89-648-190-195 0.009

D2 R89-648-195-200 0.009




ECEIVE
@; JAN | 71990 m

BROHM MINING CO.




- -‘.,/

/
cere & Contractor LANG i\ | Coordinat-~ _L(6%9%.%1 2S00z
IS R . 7 -
' ~ Deill Type D40/( 112/0 Aux f*\l/‘ /
N

-

Project 5&0&/\15/ oN

— Hole No ~c¥47 /S'//C“ A- 53j
Casing Depth_ State é—p | ' Shnt___.o'
Hole Size L~ Bearing__— inclination__— 72" ___ Date Started. /Z//f/g7 Property ///7[5;/&//\/% or Mo
Collar Clev. 5520.% “Final Dooth §é§ ’ Date Completed /Z//é//?cl Hole Surveyed N/A
i GRAPHIC LOGS O ecamion GEOLOGIC NOTES
% |ALTERATION: 3% el 23 ;W 31‘3‘ TR DESCRIPTION MINERALIZATION
§= W ° 33! xle L ::;' 3 |RocKk TYPE WINERALOGY, ALTERATION, TRITURES, %“ ———atos. - e ASSAY
AR ary 3 B j © GAAW BI2€, PRAGMENT size Volarw, Replasement A | Ae
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L 1 l ‘
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Coordinates

ODRAL CUTTING Loo
Logoed by:

Project —_ Hole No__!g,?}’;é4'q
Oril Type Casing Depth State Sheet _Z of 4’
Hole Size Bearing__________ Inclination_ Date Started Property
Collar Elev._ Finsl Depth Date Completed Hole Surveyed

. GRAPHIC LOGS S oeanon GEOLOGIC NOTES

23 ALTERATION: 2oicie] - 35 1 gw‘g 83 .| @ DESCRIPTION MINERALIZATION

5 s T ° ; s - E: é E ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, W‘. minates Lxes ASSAY

. . ; 2 LB § o " GRAN S1Z€, PRAGMENY SiZE v:.::.;?'..,.::..:... ' Ao Ay
2~ 120 L)15-130 Cdh
[ 1 l —_
| ]
| i '
19§-204
il |
| il |
| I |
| I
= 20-
I i
r 7575
- (Eo 272 ”7{/4)’/6‘//’)2 JE,
70-275]
| W | . o, .
L Sc-1 o P ThTH, - S0 whlesile /rAchite Rord — GRS K =LA
l | | ' 7 g oranae Shrowasr Al Hipwbdinde T Wio, of iSsar. 5 INIF, pyriie
29$-300 A ey ocrud g host< ’;Af Ac/ie o/ EAm mf7 pied. ek /7
, Color VU . -
| 40 Cda - ﬂmbn;q/u D aed 7B we
AR | /) o, "oirhy  crPAI < GIAY , pdl, I ractulée
L \ M/ £ Abna Yorcts.
I | 11[3z0-324T W
s '
? 20 P el S 38-375 /‘/—5 Chert danded rram |
Al | m"A\/ I -/ S0 schist Fraac.
[ TBas-39 | 7 £




Contractor

Coordinates

Project — Hole No. r%)27-é4?
.Drilt Type Casing Depth State snon§_.o'._f_
v".’Nolo Size Bearing.—_____ Inclination_ Date Started Property
" . Collar Elev. Final Deoth Date Completed Hole Surveyed
) GRAPHIC LOGS \ocanion GEOLOGIC NOTES
% Z|ALTERATION; gioved 4 £ - §1§ 5% _| & DESCRIPTION MINERALIZATION
§ s I ° 33 . .3 x E E ROCK TYPE MINERALOGY, ALTRAATION, TRETURES, %h"mm . Let ASSAY
e 3 8 a § j o | GRAW B12€, FAAGMENT 8128 Velathi, Aopiagement A | M
7r-1 [P0 Z8s0-35§ [EChert | B e
| 1 I |
L | 1 !
L | p-37 . 4 N
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L 1
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reontracior

Coordinates _ Project
Drill Type

- ' Hole No. /E%é??
Casing Depth State Sh“!_io'_i_
Hole Size Bearing inclination_ Date Started Property
Collar Elev. Final Depth Date Completed Hole Burveyed __
- GRAPHIC LOGS otariom GEOLOGIC NOTES
X S|ALTERATION s 4 '?_; 5 I yg 52 .| @ DESCRIPTION MINERALIZATION j
'.;'.'.; 1 1 1 §§ 3 - E: § E ROCK TYPE VIERALOSY, ALTEAATION, TERTURES, QUATAALLION Lxet - AS3AY \
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B

BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Assay (% ore grade) }‘IJ

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

}\QC/\ .
LAB. REPORT NO../.O [«

77} /) 1
/I) /7,//,/
/U

&

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) []

Type of Samples S’:r?'\'pcl)és Sam;()gee:\ileugbers Eleme',nts to be Analyzed Remarks
- 7 (‘,\ ) 5\) 7
CRnEa
S O :
Total No. Samples Date Shipped : i (L& 4 ) / szgalreif E

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK . BELOW

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days

Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by

(approx. 1 cu. ft.)

3 I~ ) )/ A /'
) i i 9 \[_//\/

PULPS

Free storage until year end and then discarded unless
marked below.

O
O

a

Return collect immediately

Return collect at year end

Results and Invoices To Be Sent To

0

[J Results

)
' N

4

PNV A | 1
- IR L) o L~/
A W, 7 4 /

[J Invoice

Shipment number

|

(for payment)

Results

Client project number

Invoice

(copy)

Purchase order number

Results

Invoice

(copy)

~

Printed in Canada

White - Send with Samples

Yellow - Client Copy



B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431

(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Assay (% ore grade)\/kﬁ

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

,/ )

LAB. REPORT NO.JA - D00

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

22 /)
/AN

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) []

Type of Samples Sgr%p?és Samp(;ézygglbers Elements to be Analyzed Remarks
! [.\ ~ UM A N G { — { L,JL_ [ /1 AL
nplre el
Y \.‘# D, )'.’ \/) -
T R = ) B
vl & k7/ ; - \.4 P‘J(_J
s Date Shipped A2 IS Prepaid [l
Total No. Samples ate Shippe £ ; Collect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK .- BELOW

PULPS

Free storage until year end and then disqarded unless

marked below.

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days

Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by

(approx. 1 cu. ft.)

’,’ ' i ﬁ

Ve WA L/ ,//.
] A ¥ % /'\\ ’//

0 Return collect immediately O
O Return collect at year end a
& Results and Invoices To Be Sent To
/ - s 74 [J Results
/ T WE .=, i
\/ VA, ol P o £ ol O Invoice

Shipment number

Client project number

Purchase order number

Printed in Canada

White - Send with Samples

Yellow - Client Copy

(for payment)

Results

Invoice
(copy)

Results

Invoice
(copy)



B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431

(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

Assay (% ore grade) ,Iij

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.

Deadwood,

S.D. 57732

(605) 578-1903

LAB. REPORT NO._L'2%

clo Lerch Brothers

4th Ave. W. at Grant St.

Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road

Whitehorse, Yukon Territory

Y1A 2V1
(403) 667-6523

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

Type of Samples Sgrcr){p?;s Sam;()lseerr\il:sr;\bers Elements to be Analyzed Remarks
,T\, Q A o ‘\r ;~—.; . » — 2
O | B o S, { [ fi\ (T
{ Y X
Total No. S I Date Shipped / —/\ /',‘ / /‘r" T4 <<_: ;7 Prepaid [J
otal No. Samples ate Shippe > e / L Collect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below.

Return collect after 60 days

Return immediately o

Store to January at a cost of $10/box
(approx. 1 cu. ft.) O

(You will then be contacted)

Samples submitted by i

NP
/ y(y\ ,/<; 7 TINT

Shipment number

Client project number

Purchase order number

Date Rec'd at Bondar-Clegg

PLEASE CHECK .- BELOW

PULPS

Free storage until year end and then discarded unless

marked below.

Results and Invoices To Be Sent To

Return collect immediately (]

Return collect at year end O

[J Results

[J Invoice

(for payment)

[J Results

[J Invoice

(copy)

[0 Results
[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



"TITLE 16-~01-90 15:92:13 D89-33018.
"CLIENT BROHM MINING CORP.

"PROJECT R89-649 #SAMPLES:

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are

" Values below the lower limit are

"DETERMINATIONS"

4 J.

BARRON

51 REFERENCE: 245-500

shown as
shown as

+uplimt"
-~lolmt (ie not

n ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 21 Au F A OPT 51 2.002 99.999 Results Reported
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D DRILL CORE "

" 41 P1l7= 51 Assay Prep N

" 42 P64=1636 Excessive Wetness u

" 43 P23= i Sample Pickup !
"REMARKS"

" 5@ Final results are reported. i
1% % % % 1l

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

IIBEGIN " llTypeH llFraCII IlSample Ioll " Aull
"3g180001" "D" "2" "RB89-649-245-250 " 0.028

"36180002" "D" "2" "R89-649-250-255
"39180003" "D" "2" "R89-649-255-260
"3e18@004" "D" "2" "R89-649-260-265
"3018@005" "D" "2" "R89-649-265-270
"30180006" "D" "2" "R89-649-270-275
"30180007" "D'" "2" '"RB9-649-275-280
"30180008" "D" "2" "R89-649-280-285
"30180010" "D" "2" '"RB9-649-285-290
"3e18e011" "D" "2" "R89-649-290~2965
"3e180012" "D" "2" '"RB89~-649-295-300
"30180013" "D" "2" "R89-649-300-305
"3el18@014" "D" "2" '"RB9-649-305-310
"30180015" "D" "2" "R89-649-310-315
"30180016" "D" "2" "RB89-649-315-320
"3e180017" "D" "2" "R89-649-320~325
"3@180018" "D" "2" '"RB9~649-325-330
"3e180019" "D" "2" "R89-649-330-335
"30180020" "D" "2" "R89-649-335-340
"3e180021" "D" "2" "R89-649-340-345
"30ls80022" "D" "2" "R89-649-345-350
"30180023" "D" "2" "R89-649-350-356
"30180024" "D" "2" "R89-649-356-360
"3@180028" "D" "2" "R89-649-360-365
"3el180026" "D" "2" "R89-649-365-370
"3el18eez7" "D" "2" "RB9-649-370-375
"3el8e028" "p" "2" "R89-649-375-389
"3018@0629" "D" "2" "R89-649-380-385
"3918@030" "D" "2" '"RB89-649-385-390
"3e180031" "D" "2" "R89~649~-390-395
"30180032" "D" "2" '"RB89-649-395-400
"30180033" "D" "2" '"R89~-649-~-400-405
"30180035" "D" "2" "RB89~-649-405-410
"30180036" "D" "2" "R89~649-~410-415
"30180037" "D" "2" "R89-649-415~-420
"30180038" "D" "2" "R89-649-420-425
"3918@039" "D" "2" "RB9-649-425-430
"30180040" "D" "2" "R89-649~-430~-4365
"30180041" "D" "2" "RB9-649-435-440
"3g18@042" "D" "2" "RB9-649-440-445
"39180043" "D" "2" "RBY9-649-445-450
"30180044" "D" "2" "R89-649-450-455
"3Ip180045" vwpn won NpRQ..F49-455-460

0.0520 H o _ngc

0.034

28/12/89"

,/1’)/‘10

detected)"

0.017 Yo' @ -039

0.031
0.010
0.007
0.052
0.009
0.005

~-0.002

0.019

;iggl 208 - Y2 &
0.044 )20'@ 2F

®.019
0.033
0.048
0.052
2.586
0.054
0.027
0.031
0.023
0.093
0.060
0.007
0.008
0.020
.007
0.013
0.022
0.019
®.010
0.020
@.023)
©.012
0.017
0.018
0.123

0.038 _y-10

0.046( U0 ~
0. 017 20

o4k



"30130046"
"30180047"
"30180048"
"3¢180049"
"30180050"
"301808051"
"3@180052"
"30180053"
“ENDII

||D||
|IDII
IIDII
llDll
IIDII
CIDII
IIDII
IIDII

II2II
ll2ll
l|2|l
II2I|
II2II
Hzll
llzll
llzll

"R89-649-460-465
"RB9~-649~465~-470
"R89-649-470~-475
"R89~649~-475~-480
"R89-649-480~-485
"R89-649-485-490
"R89~-649~-490-495
"R89-649-495-500

®.0811
2.039
9.013
.010
2.0085
86.017
©.0182

0.298




1@0-91-98 1p:14:04
BROMM MINING CORP.

"TITLE
"CLITENT

"PROJECT RE89-649 #SAMPLES : 49
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown
" Values below the lower limit are shown
"ODETERMINATIONS® -

" ELNAME METHO ECO UNIT #SAM LOLMT

Y 0L Au F & QPrT 19 §.002
"SAMPLE PREPSM

Y 40 SAMPLE TYPE=D DRILL CORE
41 P17= 49 Ahssay Prap
Y42 P23= 1 Sample Pickup

"REMARKS™
"ob® Final
ke o e
"FORMAT (AG,1X, AL, AL, LX, 820,01 (1X,A7,81))
"BEGIN " Y"Type" "Frac!" "Sample ID"
"Iplvedear oY "RB9~-EAG-0~5
"aglreez o vpnon "R8G~649-5~10
"39Lieeazn vpnov "R8G~649~10-15
“zelieasar vonon "RBS~649-15-20
“Iplvegas vprto "RB9-649~-20-25
"I@lveaec" "D" "2V "RB9-649-25-~30
"Iflveees vpn vt U"REG-649-30-~35
"391F069Y vpv "2 "REG-649-35-40
"3@l7enler "Dy o2t "REY-649-40-45
"Iglreelit vpt o v2v "R8Y-649-45-50
"@li7earzy vnv vzt U"R88-649-50~55
"3BL7e13" "D O "2M "R89-649-55-60
"3@l7ea1an vpnov "RE8S~649-60-65
"30170015 tpnov "RB9~649-65~70
"Iplveeler vpnot2v UYREBG-6A49-70-75
"3I@lveeLy o vpno om2Y "RB9-649-75-80
"Ielveelign tpron2t UR8G-649-80-85
"3plLveelier "pv v2" "RBS~649-85-90
"3elveaz2en vDv 2" "RBG~-649-90-95
"3BpLzee21 DY on2M "RB9-649-95-100
"Iglveaz22" "pv t2Y "RB9-649-100~105
"zelvenz3t oy on2n "REB9-549-105-118
"aglveezat o vpvon2v U"RBY-649-110-115
"3gL7ae2s5" "npv o u2" "REY-649~115~120 -
Taglzeezer ot ove2n "RES-H649-120-125
"3@17ee27 vpn o n2W U"RB9-649-125-130
n3elyeaz2gh "phn "2V "RBG~-EA9~130~135
"3917ee29" DY "M "REY-649-135-140
“3glzeesen "pY o n2M "REG~-649-140-145
"3Br7eesLt tpr vt "R89-649~-145-150
“3017@032" vpv o vz" "REY-649-~150~-155
"3rvoes4qn o vponov "RB8G~649~156~160
"3plseesst o vpron "REY-H49-160-165
"3pLvee3se vpnoo "RBO~649~165~170
“3@r7eesye o vopvon "RB9-649-170~-175
"3@l7eesst DY "M "RBY-649~175-180
"3Ielvee3an "pvon2t "REG-649~-180~185
"3elveedn DY "2 "REY-6489-185~190
"Iel7ee4q1 tpn ozt UREY-649-190-195
"3@lL7ae42" "DV 2" "R89-648-1965-200
n3pL7eea3n tpn 2" "R8Y-649-200-205
"3eL7ee44" vpmo "2V "REI-649-205-210
"30170045" "D "2" "REG-649-210-215
naag17a0aa" Uit ol NHBQAQ. aQQ P18 -0

results are reported.

2”
2”
2“
2II

Rl

0
F£

2”

2 "
2 "
2 il
‘2 "

D88-33017.4 J .

Py

ST &

i

S S S SeSs

BARRON

REFERENCE ¢

+uplimt"

~lolmt

082
L0z

we3

005
004
.00q
.08
.00
LR8B4
003
.B02
L0806
083
R
RES
003
L0802
.02

a2

082
002
D02
.BB2
L0602
. 084
@7
D85
L0603
.OB9
.08
LBB6
LOB2
BB
.00z
. B03
.0a2
.OB2
003
B8z
.0ze
019
023
M1 Q

0-245

(ie

UPLIMT COMMENTS"
99.999 Results

20/12/89"

//10/%0

not detected)"

Reported "

200

3

/le

@ .oz



"39l7eeq47"
"3QL70048"
“3p170048"Y
“301700560"
"30170051"
"TENDM

IIDII
HOH
IIDII
HDII
IIDII

HZII
II2|I
|I21l
lI2|I
l|2|l

"RE8S~-649~228~225
"RB9~-643-2256~230
"R89-649~230~235
"RBO-649-236~240
"RES-649-240~245

B.009
Q.019
-9.002
D.004
Q.008

D
il



"TITLE 10-01-9%0 1©:14:54 D89-33019.4 J.

"CLIENT BROHM MININ
"PROJECT RB88-649
"SPECIAL VALUES™Y

G CORP.
#SAMPLES ¢

" Is Insufficient Sample"
. -9 No Value Recorded"

" Values
" Yalues below the
"DETERMINATIONS"

- ELMAME METHO ECO

- 1 Au 8
"SAMPLE PREPS"

g 4% SAMPLE TYPE=D
" 41 Pl7= 13

Ly 42 P64= 335
"REMARKS"

" 50 Final results
ok e K % 1L

"FORMAT

"BEGIN " "Type"
"@gleeeelr vpDv o uw2v
"30L900a2" wpmon2v
"3p190063" Dot
"39190064" vpv n2v
"30190005" D" w2V
"3pLeBeee” vpv o nav
"30180007" D" nzv
"30190008" "D n"2"
"“3plrLeeeesy vpn o nzn
"3919069211" vpv onw2n
"3p190012" "pDno vzt
"30190013" "pv n2"
"301906014" "D n2"

IIE‘NDII

above the upper limit are

lower l1limit are

UNT #SAM
0PT

DRILL CORE
Assay Prep

13

shown
shown

BARRON

REFERENCE ¢

as

as

LOLMT UPLIMT
13 9.002 99.999

Excessive Wetness

are reported.

"gample ID*

"REG-649-500-505
"RB89-649~-505~-510
"RBG-649~-510~-515
"R89~649~515~520
"RB9-649-520~-525
"RB89~-649-525-530
"R89-649~-530~535
"RBY-649-535-540
"RB9-649-540~-545
"RB9-649-545-550
"RB9-649-550~5565
"RB9-649~-555~560
"REG~-649-560-565

(AB,LX,AL,AL1,1X,A20,0(1X, A7.,.02))"
WiEr gy

28/12/89"

500-565

// /o[ 76

+uplimt"
~lolmt (ie not detected)"
COMMENTS™"

Results Reported h

Aut
0.004
D.913
B.011
W.006
0.006
“.008
B.002
D.002
D021 ="
B.005
0.0208°
D.007
D007



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorad,o 80228
(303) 989-#402

" !
4 -
mm

Geochemical 1
Lab Report |
|

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-33018.4 ( COMPLETE )

[ REFERENCE INFO: 245-500 |

CLIENT: BROHM MINING CORP.
PROJECT: R89-649

SUBRITTED BY: J. BARRON
DATE PRINTED: 16-JAN-90

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 A Gold ) 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREFARATIONS HNUMBER
D DRILL CORE 31 2 -130 3 fssay Prep ol
Excessive Wetness 1636
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: FWR. JIM BARRON

INVOICE TO: MR. JIH BARRON

TR JIH BARRON




Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colopaclo 80228

(303) 989404

REPORT: D89-33018.4

NSPECTION & TESTING S

—~

ERVICEST | = ]
EDs 16-JAN-90
PROJECT: {R897649

PAGE 1

L _
SANPLE ELEMENT Au SAMPLE 4 ELEMENT, | Au
HUMBER UNITS 0T L NUMBER " UNITS | OPT
£ = - |

D2 R89-649-245-250 0.028 I YV Vg re9-649:445-450 0.038
D2 R89-643-250-255 0.052 e D2 RBI-GAD450-ASS . 0.046
D2 RB9-643-255-260 0.034 B2 R89-649-455-460 0.017
D2 RBI-6493-260-265 0.017 D2 RB9I-649-460-465 0.011
D2 RB9-649-265-270 0.031 D2 RB9-643-465-470 0.039
D2 R8I-643-270-275 0.010 D2 R89I-649-470-475 0.013
D2 RBI-649-275-260 0.007 D2 R89-649-475-480 0.010
DR RA9-649-280-285 0.052 D2 R89-649-480-485 0.005
D2 RBI-643-285-290 0.009 D2 R89-649-485-490 0.017
DR R89-649-290-295 0.005 D2 RB9I-643-430-495 0.010
D2 R89I-649-295-300 (0,002 D2 RB9-649-435-500 0.008
D2 RA3-643-300-305 0.019

D2 RBI-643-305-310 1.699 |
D2 RA9-649-310-315 0.139 |
D2 RBI-643-315-320 0.044 |
DR RBI-643-320-325 0.019

D2 RA9-649-325-330 0.033

D2 RA9-649-330-335 0.048

D2 RB9-643-335-340 0.052

D2 RBI-643-340-345 0.586

DR R89-649-345-350 0.054

D2 RB9-643-350-355 0.027

D2 R89-649-355-360 0.031

DR R89-649-360-365 0.023

D2 R89-643-365-370 0.093

DR RB9-643-370-375 0.060

D2 RA9-643-375-380 0.007

D2 R89-643-360-385 0.008

D2 R89-649-385-390 0.020

D2 R89I-643-330-395 0.007

D2 R&9-649-395-400 0.013

D2 RBI-643-400-405 0.022

D2 R89-649-405-410 0.019

D2 R8I-643-410-415 0.010

D2 R83-649-415-420 0.020

D2 R89-649-420-425 0.023

D2 RBI-649-425-430 0.012

D2 RB9-643-430-435 0.017

D2 R8I-649-435-440 0.018

DR R8I-649-440-445 0.123




E%E@EH“?E

;

BROHM MINING CO.




Bondar-Clegg, Inc. ( ;eoc mlca' |
12980 West Cedar Dr. he
Lakewood, Colorasg 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

[ REPORT: D89-33017.4 ( COMPLETE ) | REFERENCE INFO: 0-2435
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-649 DATE PRINTED: 10-JAN-90
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 49 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 49 2 -150 49 fAssay Prep 49
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIH BARRON
FMR. JIM BARRON




Bondar-Clegg, Inc.
T80 Wes Ee Geochemical
Lakewood, Colorzyjo 80228 IJab Rep()l't
(303) 989-1404
BONDAR-CLEGG .
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES \
DATE PRINTED: 10-JAN-90
REPORT: D&3-33017.4 PROJECT: R89-649 | PAGE 1 AJ
1
SAMPLE ELEMENT  Au SANPLE . ELEMENT Au) hd
NUMBER UNITS  OPT _ Fomger UNITS __OPT \
——n i

D2 R89-649-0-5 (0.002 " D2 RB9-649- V008 |

D2 RB9-649-5-10 0.002 DR B4 __,_%;212--———-—‘

D2 R8I-649-10-15 (0,002 | D2 RB9-643:210-245 0. 023

D2 R89-649-15-20 0.003 “ D2 R89-649-215-220 0.019

D2 RB9I-649-20-25 0.005 DR R89-649-220-225 0.009

D2 R89-649-25-30 0.004 D2 RB9-649-225-230 0.019

D2 RBI-649-30-35 0.004 D2 R89-649-230-235 0. 002

D2 R89-649-35-40 0.008 DR R89-649-235-240 0.004

D2 RBI-649-40-45 0.004 D2 R89I-643-240-245 0.008

D2 R89-649-45-50 0.004

D2 RBI-649-50-55 0.003

D2 R89I-649-55-60 (0,002

D2 R89-649-60-65 0.006

D2 R89-649-65-70 0.003

D2 RBI-649-70-75 (0,002

D2 R89-643-75-80 0.006

D2 R89-643-80-65 0.003

D2 R89-649-85-90 (0.002

D2 R89-649-30-95 (0,002

D2 R89-649-95-100 0,002

D2 R89I-649-100-105 (0.002

D2 R89-643-105-110 (0,002

D2 R89-649-110-115 (0,002

D2 R89-649-115-120 (0.002

D2 R89-649-120-125 (0,002

D2 R89-649-125-130 0.004

D2 R8I-649-130-135 0.007

D2 RB9-649-135-140 0.005

D2 RBI-649-140-145 0.003

D2 R89-649-145-150 0.009

D2 RBI-649-150-155 0.008

D2 R89-649-155-160 0.006

D2 RBI-649-160-165 (0,002

D2 RB9-649-165-170 (0.002

D2 R89-649-170-175 (0,002

D2 R89-649-175-180 0.003

D2 R89I-649-180-185 0.002

D2 R89-649-185-190 0.002

D2 RB9I-649-190-195 0.003

D2 R8I-643-135-200 (0.002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 8)228
(303) 989-1404,

ADIV

Geochemical
Lab Report
BONDAR-CLEGG

ISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-33019.4 ( COMPLETE )

| | REFERENCE INFO: 500-565

CLIENT: EROHM MINING CORP.
PROJECT: R89-649

SUBNITTED BY: J. BARRON
DATE PRINTED: 10-JAN-90

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 13 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 13 2 -150 13 Assay Prep 13

Excessive Wetness 335

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: WR. JIM BARRON




Bondar-Clegg, Inc. :
12980 West Cedar Dr. Ge(xhemlcal
Lakewood, Colorado 0228 Lab Report
(303) 9894404 -

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SEW?ESPRINTED' 10-JAN-90

REPORT: D89-33019.4 | [ PROTET: RE3-649 PAGE 1
SANPLE ELENENT  Au

NUMBER UNITS  OPT

D2 R89-649-500-505 0.004 00 eV ANon3

D2 R89-649-505-510 0.013 ,

D2 R89-649-510-515 0.011 S
D2 R89-643-515-520 0. 006

D2 R89-649-520-525 0.006

D2 R83-643-525-530 0.008

D2 R8I-649-530-535 0.002

D2 R89-643-535-540 0.002

D2 R89-649-540-545 0.021

D2 R89-649-545-550 0.005

D2 R89-649-550-555 0.029

D2 R89-649-555-560 0.007

D2 R89-649-560-565 0.007
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BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
Phone (604) 985-0681 (303) 989-1404
or (702) 331-1813

Fax (604) 985-1071

Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) PQ

s o ) B LT VA

XL

. P

?w@
LAB. REPORT NO.LO |

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [J

Type of Samples Sr:%p?és Samp()lse;hil:gbers Elements to be Analyzed Remarks
i T \ ,(,/",‘ A p 3 /_‘
| A - / / - Ir\ ) [ . ./ S(’(__/‘\__/
‘ ( 3
'4? Y Y ) -
( S
12 o >):/ Prepaid [
" —fm BN pal
Total No. Samples Date Shlpped - / / Collect O

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK . BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

PULPS

Free storage until year end and then discarded unless
marked below.

Return immediately o Return collect immediately =
Return collect after 60 days O I ESROCT S8 Y S =
Store to January at a cost of $10/box
Results and Invoices To Be Sent T
(You will then be contacted) (@pprox. 1 cu. ft) - -
2 7 / [J Results
/ b f T W7 V12
9 ) YIOAN / W /' () ]"N .
o YLlaD o g N (L, 7 I

Samples submitted by N NS Jal -!/(u’ : 7 e

Shipment number

(for payment)

[J Results

Client project number

[0 Invoice

(copy)

Purchase order number

[J Results

[J Invoice

(copy)

o

Printed in Canada

White - Send with Samples

Yellow - Client Copy

“



\‘()’, 1 271N ,.
E Bc SUBMITTAL FORM  LAB. REPORT NO.LA | A00AA
BONDAR-CLEGG
130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. c/lo Lerch Brothers 6631 Wes Way

North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Assay (% ore grade) [

Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [

Type of Samples Sr;lr%p(l)és Sam;()lsz‘!\il:sr?bers Elements to be Analyzed Remarks
; N B : \:
R [ ASA t | = KL AL
L b
i |10 (
) £ AT ) { Prepaid [J
Total No. Samples Date Shipped ‘ = R Collect [

Date Rec’d at Bondar-Clegg

No. Parcels in Shipment

PLEASE CHECK . BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below. SEREL—— [ Return collect immediately O
Return collect after 60 days O i ko 5
Store to January at a cost of $10/box
s b bt e (approx. 1 cu. ft.) 0O Results and Invoices To Be Sent To
[J Results
i 1 1 \ A | { [J Invoice

Samples submitted by (for payment)

[J Results

[J Invoice
(copy)

Shipment number

Client project number

[J Results

[J Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada




B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Assay (% ore grade) [

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

LAB. REPORT NO

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

A 9
(/A S“¥
,\/ < ; i ) A

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

Type of Samples S:r?\.p(l)efzs Sam;zéeerl\iléjgbers Elements to be Analyzed Remarks
Th ’ 4 'f O 1 i
QL
“ / &
/‘ T, &l o / Prepaid [J
Total No. Samples / Date Shnppé‘c-\\ ' / Colﬁact 0

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

~,

. /
Date Rec’d at Bondar-€legg
~

PLEASE CHECK . BELOW

Free storage for 60 days and then discarded unless

PULPS

Free storage until year end and then discarded unless

marked below.

marked below. i [T 0 Return collect immediately O
Return collect after 60 days a ‘ Retum collect at year end B
Store to January at a cost of $10/box
PO TR S (approx. 1 cu. ft.) O Results and Invoices To Be Sent To
p | J Results
’ XUV ] O Invoice

Samples submitted by (for payment)

[J Results

[J Invoice
(copy)

Shipment number

Client project number

[J Results

[J Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada




"TITLE 15-01-90 99:26:21 D89S-33020.4 J. BA
"CLIENT BROHM MINING CORP.

"PROJECT R89-65H0
"SPECIAL VALUES"
" I18 Insufficient Sample"
. -9 No Value Recorded"
" Values above the upper
Values below The lower
"OETERMINATIONS"

#SAMPLES ¢ 45 REFE

shown as
shown as

limit are
Limit are

)

" ELNAME METHO ECO UNI #S5SAM LOLMT UPLIMT
01 Au F A ORPT 45 0.002 99.999
"SAMPLE PREPS"Y

" 40 SAMPLE TYPE=D DRILL CORE

" 41 P17= 45 fssay Prep

N 42 P23= L Sample Pickup
"REMARKS"

“ 50 Final results

ook % e 1t

"FORMAT (AB,1X,AL,AL,1X,A20,2(1X,A7,A2))"

are reported.

"BEGIN " "Type" "Frac" "Sample ID" N
“3ezoeebez" "p" "2" "RBU-650-0-5 -
"3p200003" "D "2" "RB89-650-5-10 4
"Ipzovagan "pt "M "REG-650-10-15 -
"3p200005" "D" "2" "R89-650-15-20 -
"3ezoeeae" "D" "2" "RB9-650-20-25 -
"30200007" "O" "2" "RBY-65H8-25-30 N
"Iezeeopa" "pvo vt "RBY-550~-30-356 -
“3pz00009" "D" "2" "R89-650-35-40 -
"30200010@" "D" "2" "RBI9-658-40-45 #
"3pze0elrl" vo" o "2" "R39-659~45-50 -
"Zepzoeelz" "D "2" "RE9-650~-50-55 -
"30200013" "p" "2" "R89-650-55-60 -
“30z00014" "D" “2" "R89-650-60-65 .
"30200915" "pn w2" HURBY-650-65-70 -
"se2e0016" "D" "2Y "RB9-650-70-75 -
"3ezeee1y" "p" "2" "RB89-650-75-80 -
"3e200018" "D" "2" "R8YS-650-80-85 i
"30200019" "p" "2" "RB89-650-85-90 -
"3ezowooze" vp" o vz" "REZS-650-90-95 -
"3@z2ege24" Yo" H2% "REA-£50G~95-100 “
“Zezeee2z2" "pv o "z" "RB9-650-100-105 -
"3ezepez23" "pv 2" "RB89-650-105-110 =
“3eze0ezar "pv o om2" "REG-650-110-115 -
“3pze@e25" "pv "' "RB89-650-115-120 "
“3ezeee27 "pv "2 "RB9-650-120-125 "
"3pzoepzg" "p" "2" "R89~-650-125-130 i
"Jezeoe29" vp" o "2Y "R89-650~-130-135 N
"Ipze0e3an "ot "2 "R89-65HD-135-149 -
"Iezobeszl" "ot "2 "RE89-650-140-145 -
"3e20Res2y vpw N2y HURBG-HLHP 145~ 150 o
"3gzone3zt o vpt o n2v "REY-650~150-155 -
"3e200634" "D "2" "RBY-650-155~160 -
"3ezopa3zs" "p"r "2" "RB9-660-160-165 “
"3pze0036" "OD" Y2" "R89-650-~165-179 -
"3Q200037" D" 2" "RES-650-170-175 -
"3p200838" vp" "2" "RBY9-650-175-180 -
"3g200039" "D "2" "RBI9-650-180-185 -
"30200040" "O" "2" "RB89-650-185-190 -
"302000421" “D" "2" "RB8Y-650-190-195 N
"30z200042" "pD" "2" "R89-650-195-200 -
"3@200043" "D M"2" "RE9-650-200-205 -
30200044 "D" "2" "R8S-650-205-210 -
"Ipzeveast "pu "2t "RE9-650-210-215 -
"Ipzo0046" vpn "M "RBY~-E50-215-220 N

RRON 20/12/89"
RENCE: 0~-225
///5/70
+uplimt”
~lolmt (ie not detected)"

COMMENTS"

Results

Reported "

Aull

h.o02
b.004
6.003
h.006
0D.003
D.01L0
b.003
0.003
B.005
G.009
B.005
0D.003
0.011
B.004
0.005
-9.002
B.003
B.00A4
B.ho4
0.004
b.002
-@.002
-0 .00
bD.003
h.020
W.,016
b.oev
D.006
b.004
~@. 002
B.016
.00
B.003
w.007
G.006
D.007
@.021
hD.023
B.019
b.018
b.016
hD.021
B.014
D.016

"

\
1Bo-\a0 b © 02

C——



"3Ip200047 "Dv 2" V"RES-E550-220-225 " Q.020 —
‘I!ENDH



"TITLE 12-01-90 14:36:55% D89~33022.4 Jd. BARRON 2afl12/89"

"CLIENT BROHM MINING CORP. "

"PROJECT R89-650 HSAMPLES ¢ 51 REFERENCE: 225480 ”
"SPECTIAL VALUES" ,//}/70
1S Insufficient Sample"

i -9 No Valus Recorded!"

" Values above The upper limit are shown as +uplimt"

" Values bhelow the lower l1imilt are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

a ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS!

. @1 A o aPrT 51 9.002 99,999 Results Reported i

"SAMPLE PREPSM

i 4@ SAMPLE TYPE=D DRILL CORE o

- 41 PL7= 51 fhosay Prep h

! 42 P64=1398 Excessive Wetness "

" 43 PZ23= 1 Sample Pickup "
"REMARKS"

58 Final resulls are reported. "

L S s S

"FORMAT (A8, 11X, A1, AL,1X, A20,1(1X, A7, ,A2))"
"BEGIN " "Type" "Frac" "Sample 10"
“Zezzeealr vpto "2 "REO-658-226-230 !
"3gzzeaazy "ot oty "RE9-650-230-235 h
"Ip2zegear vpeo vt VREG-650-235~240 "
"Igzzeuesy tpto n2v MREQ-6HO-240-245 i
"Eezzeeest ot ovzY "RBY-650-245-250 !
“3ezzegery o npn o2t YRB9-5650-250-255 :
tIg2zeeasr oo o2t VRBG-6LHE-255-2060 "
"32200609" "D U"2Y "RE9-65LHO-260-2065 "
“Iezzeele tntov2Y "REG-H6LG-265-270 "
tIezzeelly o vono 2N URE9-8LHO-270-275 "
"3@zzeplzt "Dvot2Y U"RBY-65H0-275-280 "
"3pzzZzesrst ot on2n "REBG-65D-280-285 "
t3g2z2eelqr o tpnov2Y YRE-5HO-285-290 :
"Ipz2enlst ot o2y VR8G-65€0-290--295 :
“3ezzaele DY M2" "REQ-650-295-300 "
“sezzeely Do on2Y VYR8G-6H0-300-305 "
"3ezzeela" "Dvov2Y VREY-H650-305-310 "
"Iezze6l1er tpno vzt "RB8Y~650-310-31% a
“Igzzeezer Do vzt VREY-6LO-315-329 "
“3ezz2enzir oo v2Y "RB9~-650-320-325 "

“3ezzeazz" "D ov2Y "REG-650-32b-330 "

“"Ipzz2eez3" tpn o v2Y VYRB8Y-65D-330-335 "

"3gzz2egz4ar tpno vy MREYG-650-335H-340 !

"3p22e025" "p" "2V "RB9~650-349-345 !

"3ez2zebzer tDvo M2y VRES-550-345-350 "

t3p2z2enzyr oo n2Y "REY-650-350-355 "

"3p220029" "D n2Y Y"RBQ-H6LHO-355-360 i 3:50 ,%8§
"3p2200360" "Dt "2 U"RB9-650-360-365 " %

“I@zzeezlt o vpnto vt VRBG-650-365-370 "
"3grzoes2 o vnpv vzt "REY-65H0-370-375 -
“"Ifhezo0zz oo 2N URBL-650~-275~380 L
"3p220634" vDpv "2t V"RB9-650~380-385 "
"Igzzoezbt o non N URBEY-550-385-390 a
t3gzzeazen tono 20 VRED-65D-390-395 "
"Ipzzea3T o vpr o2t VRES-650-395-4006 a
"3g2z2ea3gr "pv oMY "REY-650-400-405 "
h3gz20039" "pwo "2t "RBO-H650-405-410 "
“zg220040" D" "2 "RBY-650-410-415 "
"3p220041" D" M2" "RE8G-650~-415~-420 &
t3p22epazy vt o2t "R89-650-420-425 "
n3pzzee4azt "Dt ov2" "R89-650-425-430 "
nag22e044n "oy VRB9-650-430-435 "

11 M MY ™M MM AL mm it 1m ~1t ™M ol il > 3 N Hr A N 11




wow s W WW T

"3Q220046"
"Ie2z0047"
"3p220048"
"3g220049"
"3B220050"
"Ip2ze051"
"3Ip220052"
"3pz22o0B54"
"END®

IIDlI
IIDII
IIDII
IIDII
IIDH
IIDII
IIDII
IIDII

II2II
Il2|l
II2II
IIZII
ll2ll
l12II
ll2|l

"o
2

v Radi A T W N MLER B

"REG-650~440~445
"REG~-E650-445-450
"RBO9~650~450~-455
"RB9~-650~-4568-460
"RBO9~-650-460~4685
"RES~5650-48656~-470
"RB8G~650~470-475
"R89~BEH~475~480

Woe W W ke

-0 .002
~%.002

~-9.082
®.003

b.087
B.008
@.002
@.003



“TITLE 19-01-90 10:15:24 D89~330824.4 J. BARRON 28/12/89"

"CLIENT BROHM MINING CORP.

"PROJECT R89-650 #SAMPLES 9 REFERENCE: 480~52% / /0 73

"SPECIAL VALUES"

IS Insufficient Sample"

" -9 No Value Recorded"

" VYalues above the upper 1limit are shown as

" Yalues below The lower limit are shown as

"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLINMT

"e1l au FA 0PT 3 @.002 99.998
"SAMPLE PREPSY

48 SAMPLE TYPE=D DRILL CORE

" 41 P1l7= 9 Assay Prep

" 42 Ps4= 221 Excessive Wetness
"REMARKS"

“ 5@ Final results are reported.

3% % % % L

"FORMAT (A8,1X,AL,AL1,1X,A20,1(1X,A7, A1) )"
"BEGIN " "Type" "Frac" "Sample ID" "
"3@g240@001" "p" 2" "R89-650-480-485 "
“3pgz40pe2¢ "p" "2" "RB9-650-485~-490 "
“3@z40003" "D "2" "RES-658-498~495 "
“IH240004" UD" 2" "RBG-E650-495-500 "
"3p240006" “D" "2" '"RBS9-650-500-505 "
“3p240007" "p" U2" '"RB9-650-505-510 u
"3024@@08" "D" "2" "R8Y~-650-510~-518 "
"392400969" "p" "2" "RB9~G50~515~529 i
"3Ie2406106" "D" M2V "RB9-~658-520~525 "
IIEN'DH

+uplimt"
~lolmt (ie not detected)"

COMMENTS®"
Results Reported "

ﬁuﬂ
?.0088
2.006
2.005
Q.003
2.003
9.910
2.007
B.006
@.004



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood,quygdoSOZZS
(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33020.4 ( COMPLETE )

] | REFERENCE INFD: 0-223

CLIENT: BROHM MINING CORF.
PROJECT: R893-650

SUBHITTED BY: J. BARRON
DATE PRINTED: 12-JAN-30

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 45 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NURBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 43 2 -130 45 fAssay Prep 45

Sample Pickup 1

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 ™~
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33020. 4 W_L‘ OJECT: R&9-650 PAGE 1

SANPLE ELEMENT Au sapte ) |1 Eemewt Au

NUMBER UNITS  OPT NUMBER ' '\ UNITS  OPT

D2 RBI-650-0-5 0.002 D2 R89-650-200-205 0.016

D2 R&9-650-5-10 0.004 ‘D2 R89-650-205-210 0.021

D2 R&9-650-10-15 0.003 D2 R83-650-210-215 0.014

D2 R89-650-15-20 0.006 D2 R&9-650-215-220 0.016

D2 R&9-650-20-25 0.003 D2 R&9-650-220-285 0.020

D2 R&9-650-25-30 0.010

D2 RAI-650-30-35 0.003

D2 R89-650-35-40 0.003

D2 RBI-650-40-45 0,005

D2 R8I-650-45-50 0.009

D2 R89-650-50-55 0.005

D2 R89-650-55-60 0.003

D2 RB9-650-60-65 0.011

D2 R&9-650-65-70 0.004

D2 RB9-650-70-75 0.005

D2 RB9-650-75-80 (0. 002

D2 R89-650-80-85 0.003

D2 R&9-650-85-30 0.004

D2 R83-650-90-95 0.004

D2 RB9-650-95-100 0.004

D2 R&9-650-100-105 0.002

D2 RA9-650-105-110 €0.002

D2 R89-650-110-115 €0.002

D2 R89-650-115-120 0.003

D2 R89-650-120-125 0.020

D2 R&9-650-125-130 0.016

D2 R89-650-130-135 0.007

D2 R89-650-135-140 0.006

D2 RB9-650-140-145 0.004

D2 RA9-650-145-150 {0.002

D2 R&9-650-150-155 0.016

D2 R89-650-155-160 0.009

D2 R8I-650-160-165 0.003

D2 R89-650-165-170 0.007

D2 R&9-650-170-175 0.006

D2 R89-650-175-180 0.007

D2 RBI-650-180-185 0.021

D2 R89-650-185-190 0.023

D2 R89-650-130-195 0.019

D2 R89-630-195-200

0.018
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Coloraro 80228» Lab Rep()l't
(303) 9891404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33022.4 ( COWPLETE ) [ REFERENCE INFO: 225-480
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. EARRON
PROJECT: R89-650 DATE PRINTED: 12-JAN-90
NUMBER OF LOWER
ORDER ELERENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold <1 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 3l g2 -130 5 Assay Prep al
Excessive Wetness 1398
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: WR. JIM BARRON

HAR._JTH BARRON




Bondar-Clegg, Inc. N
12980 Wes:e(gigedar Dr. Geochemlcal
Lakewood, Colorado 802£8° Lab Report
(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES o

REPORT: D89-33022.4 PROJECT: R89-650 PAGE 1

SAMPLE ELEMENT fu SAMPLE ELEMENT Au

NUMBER UNITS  OPT NUMBER UNITS o0PT

D2 R89-650-225-230 0.006 D2 R89-650-425-430 (0. 002

D2 R89-650-230-235 0.003 D2 R89-650-430-435 0.002

D2 R89-650-235-240 0.009 D2 R89-650-435-440 {0.002

D2 RA3-650-240-243 0.008 D2 R89-650-440-445 (0.002

D2 R89-650-245-250 0.004 D2 R89-650-445-450 (0. 002

D2 R89-650-250-255 0.006 D2 R8I-650-450-455 {0,002

D2 RB9-650-255-260 0.017 D2 R89-650-455-460 0.003

D2 R89-650-260-265 0.006 D2 R8I-650-460-465 0.007

D2 R89-650-265-270 0.013 D2 R89-650-465-470 0.008

D2 R89-650-270-275 {0.002 D2 R89-650-470-475 0.002

D2 R89-650-275-280 (0,002 D2 R89-650-475-480 0.003

D2 R83-650-280-285 {0.002

D2 R89-650-285-290 0.012

D2 R89-650-290-295 0.025

D2 R89-650-295-300 0,004

D2 R83-650-300-305 0.002

D2 R89-650-305-310 (0,002

D2 R83-650-310-315 (0.002

D2 R83-650-315-320 (0.002

D2 R893-650-320-323 (0,002

D2 R83-650-325-330 (0,002

D2 R&3-650-330-335 0.006

D2 R89-650-335-340 0.003

D2 R89-650-340-345 0.006

D2 R89-650-345-350 0.002

D2 R89-650-350-355 0.020

D2 R89-650-355-360 0.008

D2 R83-650-360-365 0.025

D2 R89-650-365-370 0.008

D2 R&3-650-370-375 0.041

D2 R89-650-375-380 0.145

D2 R89-650-380-385 0.021

D2 R89-650-385-390 0.014

D2 R89-650-330-395 0.004

D2 R89-650-395-400 0.004

D2 R89-650-400-405 0.007

D2 R89-650-405-410 (0.002

D2 R83-650-410-415 (0.002

D2 R89-650-415-420 (0.002

D2 R89-650-420-425 (0.002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228 (
(303) 989-1404 -

-

Geochemical
B Lab Repor

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D893-33024.4 ( COMPLETE )

| [ REFERENCE INFO: 480-525

CLIENT: BROHM WINING CORP.
PROJECT: R89-650

SUBMITTED BY: J. BARRON
DATE PRINTED: 10-JAN-90

NUMBER OF LOWER
ORDER ELENENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
i1 fu Gold 9 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 9 2 -150 9 fAssay Prep 9

Excessive Wetness g2l

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: WR. JIM BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 e
~ BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
: -90

REPORT: D89-33024. 4 | PROJECT: R89-650 PAGE 1

SAMPLE ELENENT  Au |

NUMBER UNITS  OPT

D2 R89-650-480-485 0.008

D2 RB3-650-485-490 0.006

D2 RBI-650-490-495 0.005

D2 R89-650-495-500 0.003

D2 R89-650-500-505 0.003

D2 RB9-650-505-510 0.010

D2 R89-650-510-515 0.007

D2 R89-650-515-520 0.006

D2 RB9-650-520-525 0.004
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B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Assay (% ore grade) []

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

LAB. REPORT NO

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

CX A
Vo A

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [

Type of Samples S:r%pcl)és Samr()lsee:\iléjsr?bers Elements, to be Analyzed Remarks
'y K9Tg . 45 A—
ANV~ ) A
; . Prepaid [J
Total No. Samples Date Shipped Collect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK .- BELOW

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days

Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by

(approx. 1 cu. ft.)

PULPS

Free storage until year end and then discarded unless

marked below.

O

O

Return collect immediately

Return collect at year end

Results and Invoices To Be Sent To

Shipment number

Client project number

Purchase order number

Printed in Canada

White - Send with Samples

Yellow - Client Copy

[0 Results

[J Invoice
(for payment)

[J Results

[ Invoice
(copy)

[J Results

[J Invoice
(copy)



BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
Phone (604) 985-0681 (303) 989-1404
or (702) 331-1813

Fax (604) 985-1071

Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

\/
Assay (% ore grade) /}%

A \/L:, P, < 4
LAB. REPORT NO‘r )X ~ I

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [

Type of Samples Sgr(r)'u.p?és Sam?lscaerl\ilélsr;\bers Eler\nents to be Analyzed Remarks
AU e % ¥, K21 - (DT [SNAN
- VI
YO\ LD A
2/
e
12, 13/5 T Prepaid [
Total No. Samples Date Shipped eyl ] ¢ 0 _J Colrect 0O

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK . BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

PULPS

Free storage until year end and then discarded unless
marked below.

P —— - Return collect immediately =]
Return collect after 60 days O PR ORRCL BT =
Store to January at a cost of $10/box
e R i (approx. 1 cu. ft.) O Results and Invoices To Be Sent To
; Jel At ) f O Results
. v 49, * g \A Wi/ A e O Invoice
Samples submitted by v 1/ e SO, N T (for payment)

Shipment number

Results

Client project number

Invoice
(copy)

Purchase order number

Results

Invoice
(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy




BC

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade)

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

LAB. REPORT NO._

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

Type of Samples Sr:r%'p?és Sam?lsee:}léjsr;'nbers Elements to be Analyzed Remarks
- % 3 v“~ 3
= ) / L
l)‘ Y’ /’ ,.
: e Prepaid [J
Total No. Samples Date Shipped - Collect [J

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’'d at Bondar-Clegg

PLEASE CHECK . BELOW

PULPS

Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless AT S

marked below.

Reha el O Return collect immediately O
Return collect after 60 days O FsLUTD GoNlect Ax year Grd =
Store to January at a cost of $10/box
T (approx. 1 cu. ft.) O Results and Invoices To Be Sent To
: J Results
el O Invoice

Samples submitted by

(for payment)

Results

Shipment number

Invoice
(copy)

Client project number

Results

Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada




"TITLE 10-91-99 11:48:30 D89-33021.
"CLIENT BROHM MINIMG CORP.

"PROJECT R89-651
"SPECIAL VALUES™"
b IS Insufficient Sample"
- -9 No Value

Values ab

ove

Values below

#SAMPLES:

Recorded"

the
the

"DETERMINATIONS"
E METHO ECO UNI #SAM LOLMT UPLINMT
oPT 45 9.002 99.999

- ELNAM
21 Au
"SAMPLE PRE

" 4@ SAMPLE TYPE=D

“ 41 P17=
"REMARKS"
- 50 Final

sk % v ¥ 11

F A

ps

45

results

upper limit are
lower limit are

DRILL CORE
Assay Prep

are reported.

4 J.

45 REFERENCE:

shown
shown

"FORMAT (A8,1X,A1,AL,1X,A20,0(2X,A7,A0))"
"Frac" "Sample ID"

"BEGIN " “Type"
"30210001" "D"
"30210003" "D"
"30210004" "D"
"30210005" "D"
"30210006" "D"

30210007
3e210008"
3pz2l10009"
3ez2i1e610"
302100211
3gz2i1a612"”
39210013
3ezi1e014"
30210015"
3g2100616"
30z210017"
30210018"
392106019"
jeziee6z20"
3gzlenz21"
3e210022"
30210023"
30210024"
30210025"
30z10026"
30z210028"
3e2100629"
3pzioeeze
38210031"
3gziea32"
30210033"
'30210034"
"3e210635"
'‘302109036"
‘3210037 "
'30210838"
'3p2106039"
"3p210040"
302100417
"3ezlien4a2"
"3pz2lreaazn
"302106044"
"30210045"
"30210048"
NIGT1IOBAT"

" D "
" D i
" D "
" D "
1" D "
IIDH
i D 1
II[)(I
1 D 1"
" D i
" D "
" D L)
il D i
llDH
IID”
it D "
it D "
" D "
" D 1
" D i
i D i
" D 1}
i D "
" D n
1 D i

’nDn

" D "
L D "
i D "
i [) i
" D "
" D 1
" D i
" D "
IIDII
L) [) [}
" O i
[N D A
IIDII
i D 1"

L 2 L]
" 2 "
i 2 L
1 2 "
" 2 "
1 ;Z L
" 2 "
" 2 "
i 2 "
" ? "
" :') i
" 2 "

e

I121I
IIZII
II2II
llle
Il2|l
HZII
Il2ll
I121I
L) 2“
|l2l|
I|2II
H2Il
Il2||
IIZII
Il2l|
Il2|l
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"REI-651-0-5
"RBY~651-5-10
"RE9-651-10-15
"RB9-651-15-20
"RBY-651-20-25
"RB9-651-25-30
"RBY-651-30-35
"RBI~651-35-40
"RBY-651-40-45
"RBY-651-45-50
"RBY-651-50-55
"RBO-651-55~60
"R8Y-651~-60-65
"RE9I-651~65~70
"RBY-651-70-75
"RE9-651-75-80
"RE9Y-651-80-85
"REY-651-85-~90
"RBY-651-90-95
"RBY~651-95-100
"R89-651-100~-105
"REY-651-105~110
"RB9-651-110-115
"RBY~651-115~120
"RBI-651~120-125
"RB9~651-125-130
"RE9-651-130~135
"RBY-651~135-140
"RBY-651-140-145
"RB9-651-145~150
"RBY-651-150-155
"REY-651-155-160
"RBY-651-160-165
"RB9I-651-165~170
"RBY-651-170~175
"REG-651~175-180
"RBI-651-180-185
"NREY~651~185-190
"R89-651-190~195
"REY-651-195-200
"RBY-651-200-205
"RBY~651-205-210
"RB9-651-210-215
"RB9~651-215~220
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IIENDH

"TITLE 10~01-96 11:49:44 DB89-33023.4 J.
"CLIENT BROHM MINING CORP.
"PROJECT R89~651 #H#SAMPLES
"SPECIAL VALUES®H

" IS Insufficient Sample"

" =9 No Value Recorded"

" Values above The upper limit are shown
" Values below the lower limit are shown
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPL
" 81 Au Fa OPT 20 9.0902 99.
"SAMPLE PREPS"

" 46 SAMPLE TYPE=[D
41 P1lV= 30
42 P23= 1
"REMARKS®

" 5@ Final rssults are reported.

s o e w1

CFORMAT (A8,1X,A1,A1,1X,AR20,1(LX,A7,A1))"
"BEGIN " "Type'" "Frac'" "Sample ID"
"Ip230001" vp" vz2" "REY~E651-225~230 "
"Ig230002" "pv vzt "REY~-EH1L-230~235 "
"3IQ230003" vp" U2V "RBY~651-235-240 "
"3Q230005" DY M2V "R89-651-240-245 "
"3Ip230006" "D "2Y YRES-E65H1~245~250 "
"Ip23400F vpv o o"2" YRBY~651-250-255 "
"3g230008" "p" v2" "REY~-651~-255~-260 "
"Igz3e09" vDv o v2" VREY~-EH1-260-265 "
"3Igz3eeign "pv "2v U"RBY~-651~265-270 "
"30239014 vpr vzt "RBY-651-270-275 "
"3@z230012" DM U2V "RE9~-6L1I~-275-288 H
"3IgzIBELIT Rt o2t "RBY~-E51-280~285 "
"Igz300614" "pn "2Y "RES~-651-285-290 "
"3@23HHLST vDY M2Y U"RBY-651-290-295 i
"ZQ230016" DY M2" VYREY~-E5H1-295~-300 "
"3I0230017" "D Y2 "RB9-B51-3060~305 "
"3gz3e0l1st vDm o vz" "REY~-651-305~310 "
"3P239H19 "pn "2t "RBY-651~-310-315 "
3923062 "D "2Y "RBY-651-315-320 "
"3p239H21" DY o v2Y "R89-651~-320-325 B
"Ipz3gazze” "bp" v2" "RBS-651-325-330 "
n3g238230 "Dt oMt YREL~-651-330-335 "
"3Ip230624 DM v2M V"REY~-651-335-340 "
"3p238025" "Ov "2" "RBY-651-340~345 "
"3Q230026" "D" "2" "RBO-651-345-350 "
"3p23pezyy Dy "2Y “"RBY-651-350-355 "
“apzsegzgt vpn "2 VYRES-5651-355-360 "
"3Q230030" "D oMM "RBY~6H1~360~365 "
"Igz3ee3it o o2t YREBG-6E51L~365-~370 "
"Ig3papzt tpv "2t YRBV-E651~-379-~375 "
TENDM

32 R

DRILL CORE
Assay Prep
Sample Pickup

BARRON 21/12/89"

EFERENCE: 225~375

//10/79

as +uplimt"
as ~lolmt {ig not detected)”
IMT COMMENTS®

999 Resul®ts Resported "

il Aull
0.002
0.093
G.002
0.003

-3.002
0.013
0.005
8.008

~0.002

-0 .002

-0.002

~0.002

-0.002
.003

-2.002

-0 . 002
.002
-0 .002
0.014
D.005
0.009
~0.002

-3.002

-0.002
0.006
-0.002

-0 .82

~0.002

-0 . 002
0.004



"TITLE 10-01-%¢ 11:

50:28 D89~-33025%

"CLIENMT BROHMM MINING CORP.

"PROJECT R88~681
"SPECIAL VALUESH

" IS Insufficient
" -9 No Value
" Values above the
" Values below the
"DETERMINATIONS"

" ELNAME METHO
91 Au Fa
"SAMPLE PREPS"

40 SAMPLE TYPE=D

"41 PLl7= 25

42 PE4A= 557
.43 P23= 1
"REMARKS"

#SAMPLES ¢

Sample"

Recorded"”

upper limit are
lower limit are

ECO UNI #SAM
OFT

DRILL CORE
Afssay Prep

Excessive Wetness

Sample Pic

" 50 Final results are reported.

T Je v ¥ % 11

.4 J.

25 REFERENCE:

shown as
shown as

kup

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A0))"

"BEGQGIN " "Type'" "Frac" "Sample ID"

"3@250001" "D" v2" "RB9-651~375-~380
"3Ip250002" "D "2" "R8S-651-380-385
"392506003" "Dt 2" "REY~-651-385-390
"30250004Y DT V2" "RBY~651~390-395
"3@gz500605" "D" "Z2" "RB9-£651-395-400
"3g250007 D" M2t "RB9-651-400-405
"3@250008Y "D "2V "RBY-651-405-410
"3g2500609" YDV v2" "R8Y~651~410-415
"3gzs50810" "D V2" "RB9-651-415-420
"3Igzsaellt Dt 2" "RE89-651~-420~425
"3IQ250012" D" M2" "RB9Y-651~425-430
"3¢250013" "pmt "2 UREYS-651-430~435
"3pzs0014n "D 2" "RES-651-435-440
"30250815" "Dt "2 "R89-651-440-445
"3¢250016" "Dt "2Y "REY~-651-445-450
"3Q250617" "D 2% UREY-651-450-455
"3p250@18" "D "2" "REY-E51-45E5-460
"3e2%50019" "ov o v2" "R89~-65H1-460-465
“3e2s0020" D" "2" "RBY~-E651-465-470
“3p250021 "Dt o "2" "REY-6H1L-4F0-475
"3p250022" "D "2 "RBO-551-475-480
"30250923" vnn o ov2Y "RB89-651-488-485
"3e250024" D" 2" "RBY-651-~-485-490
"3p250025" DM 2" "RB9~-551~496-~495
"3ez2s08286" "D 2" "RB9-E651-485-500

IIENDII

LOLMT UPLIMT
25 ©.0802 99.899

BARRON 28/12/89"
375~-500
///0 %0
+uplimt”
-lolmt (ie not detected)"

COMMENTS™
Results Reported "

Aull
9.0602
2.004
@.002
0.003
D.006
2.008
@.002

-9 .002
~9.802
-0 .002
-@.002

.082
-0 .002
-9 .002
-9 .002
-9.002
~8.002
-0 .082
~-@.002
-9 .002
-0 .002
-0.002
b.002
~-0.002
-9.002



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 »

B

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33021.4 ( COMPLETE ) T

REFERENCE INFO: 0-225

CLIENT: BROHM MINING CORP.
PROJECT: R83-651

SUBMITTED BY: J. BARRON
DATE PRINTED: 10-JAN-90

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 45 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SARPLE PREPARATIONS NUMBER
D DRILL CORE 45 g -150 45 fAssay Prep 45

REMARKST Final tesults are reported.

REPORT COPIES TO: MR. JIM BARRON
FMR. JIN BARRON

INVOICE TO: MR. JIN BARRON




Bondar-Clegg, Inc. .
e Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 .
: BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
TE PRINTED: 10-JAN-90

REPORT: D89-33021.4 I_ggﬂJECT: R89-651 PAGE 1

SAMPLE ELEMENT Au SARPLE ELEMENT Au

NUHBER UNITS OPT NUMBER UNITS 0PT

D2 R89-651-0-5 0.005 D2 R89-651-200-205 {0.002

D2 R89-651-5-10 {0.002 D2 R89-651-205-210 {0.002

D2 R89-651-10-15 {0,002 D2 R89-651-210-215 {0.002

D2 R89-651-15-20 0.005 D2 R89-651-215-220 {0.002

D2 R89-651-20-25 {0.002 D2 R89-651-220-225 0. 002

D2 R83-651-25-30 0.003

D2 R89-651-30-35 0.010

D2 R89-651-35-40 0.005

D2 R89-651-40-435 0.005

D2 R83-651-45-50 0.003

D2 R89-651-50-55 0.007

D2 R893-651-55-60 0.003

D2 R89-651-60-65 0.002

D2 R83-651-65-70 0.005

D2 R89-651-70-75 0.004

D2 R89-651-73-80 {0.002

D2 R89-651-80-85 {0.002

D2 R89-651-85-90 0.002

D2 R&9-651-90-95 {0.002

D2 R89-651-95-100 {0.002

D2 R89-651-100-103 {0.002

D2 R89-651-105-110 {0.002

D2 R89-651-110-115 {0.002

D2 R89-651-115-120 {0.002

D2 R89-651-120-125 {0.002

D2 RA9-651-125-130 {0.002

D2 R89-651-130-135 0.002

D2 R83-651-135-140 0.003

D2 R89-651-140-145 {0.002

D2 RA9-651-145-150 0.021

D2 R89-651-150-155 0.002

D2 R89-651-135-160 0.013

D2 R89-651-160-165 0.003

D2 R89-651-165-170 (0.002

D2 R89-651-170-175 0.002

D2 R89-651-175-180 0,003

D2 R89-651-180-185 0.003

D2 R89-651-185-190 0.004

D2 R89-651-190-195 {0.002

D2 R89-651-195-200 {0.002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

.

REPORT: D83-33023.4 ( COMPLETE )

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

I REFERENCE INFO: 223-3735

CLIENT: BROHM MINING CORP.
PROJECT: R89-651

SUBMITTED BY: J. BARRON
DATE PRINTED: 10-JAN-90

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIWIT EXTRACTION METHOD
1 Au Gold 30 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS HNUMBER
D DRILL CORE 30 2 -130 30 fAssay Prep 30
Sample Pickup i

REPORT COPIES TO: MR. JIM BARRON
HR. JIM BARRON

REMARKS: Final results are reported.

INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc. o
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404

- BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
- JAN-30

B REPORT: D89-33023.4 B PROJECT: RB9-651 PAGE 1

]

SANPLE ELEMENT fu 9 Vol i
NUMBER UNITS  OPT I N
D2 R89-651-225-230 0.002 ~ 31
D2 R89-651-230-235 0.003
D2 R89-651-235-240 0.002
D2 R89-651-240-245 0.003
D2 RB9-651-245-250 {0.002
D2 R89-651-250-255 0.013
D2 RB9-651-255-260 0.005
D2 R89-651-260-265 0.008
D2 R89-651-265-270 (0.002
D2 R89-651-270-275 (0.002
D2 R89-651-275-280 (0,002
D2 R89-651-280-285 (0,002
D2 RA9-651-285-290 (0.002
D2 R89-651-290-295 0.003
D2 RA9-651-295-300 (0.002
D2 R89-651-300-305 (0.002
D2 R89-651-305-310 0.002
D2 R89-651-310-315 (0.002
D2 R89-651-315-320 0.014
D2 R89-651-320-325 0.005
D2 R89-651-325-330 0.009
D2 R89-651-330-335 (0.002
D2 RB9-651-335-340 (0.002
D2 R89-651-340-345 (0,002
D2 R89-651-345-350 0.006
D2 R89-651-350-355 (0.002
D2 RBI-651-355-360 {0,002
D2 R89-651-360-365 {0,002
D2 R89-651-365-370 (0,002

D2 R89-651-370-375 0.004
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BOllda'-Clegg, lnc. -
12980 West Cedar Dr. Gemhemlcal
Lakewood, Colorado ®)228 Lab Report
(303) 989-1404*

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-33025.4 ( COMPLETE ) J } REFERENCE INFO: 375-500 J
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: Ra9-651 DATE PRINTED: 10-JAN-90
NUMBER OF LOWER
ORDER ELEHENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 25 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 25 2 -150 23 fAssay Prep 23
Excessive Wetness 957
Sample Pickup i

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR, _JIN BARRON




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 0228
(303) 989140

A DIVISION OF INCHGAPE 1'N§PE’C|fo$ & TESTING S
f r L1 Y

REPORT: D89-33025.4

1

BC

SR ——r

'
L]

ERVICES

TE PRINTED: 10-JAN-90

Geochemical
Lab Report

[—ggﬂlECT: R89-651

PAGE 1

SANPLE ELEMENT
NUMBER UNITS

Au
0PT

D2 R89-651-375-380
D2 R8I-651-380-385
D2 R89-651-385-390
D2 R83-651-330-395
D2 R89-651-395-400

0.002
0.004
0.002
0.003
0.006

D2 R83-651-400-405
D2 RB9-651-405-410
D2 R89-651-410-415
D2 R89-651-4153-420
D2 R83-651-420-425

0.008
0.002
(0.002
(0.002
{0.002

D2 R89-651-425-430
D2 R89-651-430-435
D2 RB9-651-435-440
D2 R89-651-440-445
D2 R89-651-445-430

{0.002

0.002
{0.002
(0.002
(0.002

D2 R89-651-450-435
D2 R89-651-455-460
D2 R89-651-460-463
D2 R89-651-465-470
D2 R89-651-470-475

(0.002
{0.002
{0.002
(0.002
(0.002

D2 RBI-651-475-480
D2 RB9-651-480-485
D2 R89-651-485-490
D2 R83-651-490-495
D2 R8I-651-495-500

(0.002
(0.002

0.002
(0.002
{0.002
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